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Abstract

The extensive use of steel framed structures as a solution for fast, efficient and well-controlled
construction process has stimulated the research on the behaviour of steel connections under
static and seismic loading regimes. Nonetheless, there is a limited amount of knowledge around
the response of steel joints subjected to transient dynamic loads. Exceptional loading situations
due to explosions or impact can lead to the failure of structural elements directly exposed or in
the proximity of the loading source. When a joint between two or more structural elements has
failed, potential progressive collapse of the structure may occur as a result of the propagation
of initial failures. Therefore, to make the built environment safe, it is important to evaluate
accurately the resistance capacities and ductility of steel joints.

Current design standards provide a very limited guidance for the design of joints subjected
to transient loads, mainly due to the lack of investigations conducted on this topic. The present
thesis addresses these aspects by exploring several methods of assessment of the joints non-
linear response under quasi-static and impact loading. Experimental, analytical and numerical
approaches are employed to predict the observed real behaviour of steel connections. The analyt-
ical and numerical procedures are validated against tests results available from the experimental
campaign conducted within the research project RobustImpact.

More than 20 specimens of double-sided beam-to-column joint configurations were tested
under quasi-static and dynamic loading regimes. The analytical procedures used for the charac-
terisation of the behaviour of steel joints under monotonic loads tend to estimate accurately the
response experimentally observed. A specific limitation of the analytical model implemented in
Eurocde 3 has been highlighted in this study. For static conditions, the equivalent T-stub model
is likely to underestimate the ultimate resistance capacity when it is used for components with
thin plates.

The FE modelling techniques allow for the accurate simulation of the response of steel joints
under both static and impact loading scenarios. Within the framework of this thesis several FE
models that incorporate the material rate sensitivity were developed and validated against exper-
imental results. A good agreement between the simulations and the physical tests results was
obtained. The strain rate effects expressed in terms of Dynamic Increase Factors were quantified
relying on two assessment methods - analytical and numerical.

The analytical method used for the estimation of maximum impact forces leads to generally
accurate predictions. Consequently, this method is used for the estimation of strain rate effects.
The values found for the DIFs were in partial-to-good agreement with the ones estimated from
the FE results, allowing for the identification of basic active components mostly susceptible to
be affected by the deformation rate.
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1 Introduction

1.1 Background & Context

In the past three decades, particularly after such catastrophic events as natural hazards or terrorist
attacks, the interest of research community into investigation of the structural response of steel
members and steel connections subjected to extreme dynamic loads has increased considerably.
After the terrorist attack and the collapse of the World Trade Center in 2001, the necessity of un-
derstanding and quantifying the connections as critical components in structural frames subjected
to impact loads has become indisputable.

In a framed structure, the beam-to-column joints should exhibit adequate strength and ductility
allowing to resist and transmit the loads without failing. The accidental dynamic loads are not
an exception and as stated in UFC 3-340-02 (DOD,, 2008): "the main frame connections must
be designed for strength, stiffness, and rotational capacity in the case of blast loading". The
adequate measures taken in the design phase should prevent the local failure of the connections
that could eventually lead to a progressive collapse of the structure.

Notwithstanding the proven importance of understanding the behaviour of steel connections
subjected to accidental loads, there is observed a lack of knowledge concerning their dynamic
capacities, mostly due to the limited amount of research studies conducted in this field. A few
general guidelines and recommendations on the design of beam-to-column connections under
severe loading conditions are provided by the current design codes, the dynamic effects being
considered in a very simplified manner by most of structural engineers, or even worse - simply
disregarded. Specific parts of the Eurocodes are suggesting practical measures and simplified ap-
proaches on dealing with accidental actions and their potential effects. EN 1991-1-7 (EC1} 2006)
identifies and classifies the accidental actions due to internal explosions and impact, providing
also some general strategies for accidental design situations. EN 1998-1:2004 (ECS), 2004) deals
with the design of structures for seismic resistance, thus treating the subject of dynamic load-
ing scenarios induced by seismic events. These current design standards allow to account for
the effects of accidental actions by means of equivalent static forces, recommending to consider
the strain rate effects at the material level. The design of steel joints is currently treated by EN
1993-1-8 (EC3, 2003) (hereafter denoted Eurocode 3), but the provisions of this standard are
valid for the quasi-static conditions, as the analyses and the experimental campaigns on which it
relies were conducted for monotonic loads, the applicability of these provisions in the character-
isation of the behaviour of steel joints subjected to extreme impact loads being questionable. The
limited amount of knowledge and the uncertainties related to dynamic phenomena and material
behaviour represent thus the stimulus for the enhancement of studies on the response of steel



connections under extreme impulsive loading.

Currently, the joints are classified based on their stiffness, resistance and rotation capacity.
Eurocode 3 classifies the joints according to their rotational stiffness into three main categories:
rigid, pinned and semi-rigid joints (see Figure [I.T)). Most of the joints exhibit in reality an inter-
mediate behaviour between that of a pinned or rigid joint. This fact has contradicted the common
practice among the designers to consider the joints to be either pinned or rigid only, as the joint
behaviour is proven to have a significant effect on the overall response of a framed structure.
However, the provisions and the guidelines provided by Eurocode 3 allow the assessment of the
rotational stiffness and bearing capacity for a wide range of joint typologies using an analytical
approach based on the component method. Concerning the seismic behaviour of steel structures,
the guidance to perform a safe design is provided by Eurocode 8 (EC8, 2004), treating the matter
of ductility and energy dissipation capacity of steel joints subjected to seismic action.

Bending moment

Pinned

Joint rotationV

Figure 1.1: Classification of joints based on the rotational stiffness

Real evidences concerning the influence of joints on the overall ductility and deformation
capacity of structural frames have been revealed in FEMA’s (McAllister, 2002) report. It was
concluded that a joint subjected to extreme impulsive loading may exhibit enhanced resistance,
whereas its ductility is negatively affected.

Like most materials, when subjected to rapidly applied loads, the mild steel’s behaviour is
different when compared to the one considered in usual applications under quasi-static loading.
Higher strain rates are causing an increase of steel’s strength due to its visco-plastic behaviour,
but in the same time, it can reduce its toughness, causing a premature fracture. The effects of the
loading rate on the behaviour of steel connections was reported in a review by Arup (Arup, |[2011))
“... the strain rate enhancement of yield strengths in connections could still be important. It
is recommended that research is undertaken to examine this effect using rate-sensitive material

models” .

Usually, the effects related to the loading dynamic nature are quantified by means of Dynamic
Increase Factors - DIFs, which represent the ratio between dynamic and static resistances of an
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element. The use of DIFs allows, in a simplified manner, for the estimation of dynamic effects
on a structure, structural elements or even on the material mechanical properties.

Looking forward to understanding and quantifying the effects of extreme dynamic loads on
the overall behaviour of steel joints, a research project entitled "Robustlmpact” was funded by
the Research Fund for Coal and Steel. The main objective was to investigate the behaviour and to
provide additional guidance for the design of steel and steel-concrete composite structures under
impulsive loading scenarios. As a part of this project, an experimental campaign, focused on the
response of steel joints subjected to impact loads, was conducted at the University of Liege. The
results of this experimental campaign will serve as a reference database for this thesis.

1.2 Objectives

The uncertainties related to the response of steel joints subjected to natural hazards and accidental
loading are the main stimulus for conducting more and more research on this topic. Exploiting
the results of physical tests conducted within the aforementioned research project "RobustIm-
pact”, the main objective of this study is to enhance the knowledge on the performance of steel
joints under dynamic actions.

The present thesis aims at highlighting the discrepancies between the static and dynamic re-
sponse of steel joints, with the main purpose of quantifying the effects of loading rates on the
overall behaviour of connections. The approach is employing the use of finite element models
that would be able to reproduce with high accuracy the experimentally observed behaviour. The
finite element models have to be firstly validated against data collected throughout physical static
tests and used afterwards for dynamic impact simulations. Additionally, once the numerical sim-
ulations provided the response of joints under dynamic actions, the results have to be confronted
to the ones obtained during the experimental campaign, aiming at highlighting and quantifying
the strain rate effects.

The behaviour of several joint configurations is investigated and the dynamic effects are as-
sessed by means of dynamic increase factors - DIFs. It is intended to identify the joints typologies
and basic joint components that are susceptible to exhibit a behaviour substantially influenced by
the elevated strain rates.

In order to accomplish the main goals of this study, there are required knowledge and skills
around finite element modelling techniques and FE analyses for both quasi-static and dynamic
loading conditions.



1.3 Thesis outline

The complete thesis is outlined over six main chapters. To assist the reader, the following section
provides a short survey of the key aspects addressed in each chapter.

In Chapter I} the general aspects concerning the research motivation, main objectives and the
relation to the research project Robustlmpact are briefly presented.

Chapter [2] evaluates the available theoretical support for the characterisation of steel con-
nections subjected to quasi-static and dynamic loading conditions. The most recent research
investigations conducted on this topic and their outcome are presented briefly in this chapter.

In Chapter |3} the experimental campaign conducted within the research project RobustIm-
pact is presented in detail. The main assumptions concerning the testing conditions are briefly
reported and a survey of physical tests results is provided.

Chapter ] presents the applicability of the component method in the assessment of joints re-
sponse under quasi-static regime. A complementary approach is explored to enhance the predic-
tion capacity of the analytical method proposed in Eurocode 3. Later, FE models are developed
and validated against static tests results.

Chapter [5] describes the approaches used to estimate the dynamic effects on steel joints. A
graphic method for the evaluation of strain rate effects is explored and afterwards is confronted
with the FE predictions. The influence of strain rates on various joint components is clearly
highlighted by comparing their static and dynamic behaviour.

Finally, Chapter [6] presents the conclusions drawn from the study identifies the aspects to be
addressed for the improvement of prediction accuracy.



2 Literature review

2.1 Steel joints - general aspects

Steel framed structures consist of beams and columns assembled in a specific network and linked
by means of connections. Frequently, there is noticed a common misunderstanding of the two
terms related to the link between structural elements in steel structures: connection and joint. A
connection comprises the physical components which ensure the mechanical fastening of two or
more connected elements. In the case of beam-to-column joints, the connection is considered to
be concentrated at the interface between the beam end and the column. The term "joint" is used
to describe the region comprising the connection itself and the corresponding zone of interaction
between the fastened elements.

Left connection Right
_E :\[ _!___ __7/] connection
| i gt
-— = I | : I:[ L —>
| |
l : |
i J'I |
—-'—- . - - —
- I |-{ ] T oy
| IH]
| ‘ ! ,
1]
[ LE
===
Left joint A= — J: =F=7[" " Right joint

£

Figure 2.1: Typical double sided beam-to-column joint (Jaspart and Weynand, 2016)

As previously mentioned, in reality, when referring to their rotational stiffness, most of the
joints exhibit an intermediate behaviour between that of fully rigid and pinned joints. When
referring to its strength, according to Eurocode 3, a joint can be classified as full-strength, partial
strength and pinned. Considering the joints properties related to their rotational stiffness and
resistance, there could be adopted three main joint modelling approaches:

- rigid/full-strength;
- rigid/partial-strength;

- pinned.

Designing a joint as fully rigid or pinned leads to economically inefficient solutions. A joint
modelling based on the semi-rigid behaviour would be thus more suitable from the economical



point of view. Therefore, some new joint modelling possibilities were derived starting from the
aforementioned ones:
- semi-rigid/full-strength;

- semi-rigid/partial-strength.

With a view to simplifying the problematics around the modelling procedure, three models which
account for these possibilities were introduced in Eurocode 3:

- continuous, that is covering the case of rigid/full-strength joints;
- semi-continuous, that is covering the rigid/partial-strength, the semi-rigid/full-strength and
the semi-rigid/partial-strength cases;

- simple, covering the case of pinned joints.

These joint models allow for the characterisation of a certain joint for different types of anal-
ysis performed by the designer (elastic, rigid-plastic, or elastic-perfectly plastic analysis). What-
ever modelling possibility adopted, the assessment of joint’s behaviour relies on its moment-
rotation curve. The real behaviour of a joint is strongly nonlinear and is rather complex to
predict in practice. With a view to simplification, Eurocode 3 idealizes the real moment-rotation
curve using three different possibilities, adopted in such a way that would fit the frame analysis
with different levels of complexity. Three idealisation possibilities are proposed by Eurocode 3,
intending to cover the full range of analyses performed by designers:

- elastic, for an elastic analysis;
- rigid-plastic, for a rigid-plastic analysis;
- non-linear, for an elastic-plastic analysis.
For the latter, being the most complex, one can identify different idealisation possibilities (see

Figure 2.2)).

jainim

v
<
v
E =2

(a) Bi-linear (b) Tri-linear (c) Non-linear

Figure 2.2: Non-linear representations of a M-¢ curve (Jaspart and Weynand, |2016)

Despite its complexity of evaluation, the behaviour of joints is considered to be essential when
the structural stability is assessed, or potential causes leading to progressive collapse are investi-
gated. Although more and more recent studies and reported evidences from real cases (McAllis-
ter, 2002) have highlighted the joint as a critical component limiting the ductility and deforma-
bility of structural frames, currently, the guidance provided by the design standards (EC3} 2005))
refers mostly to the stiffness and resistance of joints under quasi-static conditions.
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2.2 Characterisation of the behaviour of steel joints

In the second half of the 20t century, the extensive use of steel elements as a solution for fast,
reliable and well-controlled construction process has stimulated the efforts in the investigation of
solutions for steel joints and their behaviour. Initially, the characteristics related to the resistance
and stiffness of joints were of main interest for the research community (Zoetemeijer, |1974; Jas-
part, |1991; [Swanson and Leon, [2002). These research efforts led eventually to the development
of current analytical methods, implemented in Eurocode 3 as the "component method", for the
assessment of joint’s resistance and stiffness.

The component method aims at predicting the moment-rotation curve of a joint by discretising
it into different physical components which contribute to the overall strength and stiffness with
respect to their individual characteristics (stiffness, resistance and ductility). Each active com-
ponent is modelled as a spring that reproduces its actual behaviour through a force-displacement
non-linear curve. Currently, Eurocode 3 provides the analytical formulae to estimate the strength
and stiffness properties for different types of components.

Following an assembly procedure based on the characteristics of its basic components, the
joint is represented through a mechanical model. Subsequently, the moment-rotation curve is
drafted by evaluating the stiffness and the resistance of basic active components, which can work
either in series or in parallel. An example of such a mechanical model is depicted in Figure [2.3]
for a typical beam-to-column bolted connection.

g

I cwt; cfb; epb; bt
gEHE
rpEr
cwt, cfb, epb, bt
AHHES
HFHE
Q)Mjﬂ . )MjEd
A cws [cwc bfc '
AN\~ elastic-plastic component
\/\ —}— rigid-plastic component

Figure 2.3: Mechanical model of a typical beam-to-column bolted joint

In a typical beam-to-column bolted joint, the basic active components covered by Eurocode 3
are:
- column web in shear (cws);
- column web panel in compression (cwc);

- column web in tension (cwt);



column flange in bending (cfb);

end-plate in bending (epb);

beam flange and web in compression (bfc);

beam web in tension (bwt);

bolts in tension (bt).

Generally, the procedure to assess the behaviour of a specific joint through the component
method implies the following 3 steps:

1. Identification of the active components;

2. Characterisation of the behaviour of each constitutive component through a F-A spring
model;

3. Assembly of the active elements in a mechanical model comprising the elastic-plastic and
the rigid-plastic components. By assembling the constitutive components, an equivalent
element is obtained, for which the F-A characteristics are used to generate the global M-¢
curve.

The characterisation of the non-linear response of a joint based on its mechanical model im-
plies the estimation of an equivalent initial stiffness (S; ;;;) and an equivalent bending resistance
(M rq) referring to the basic active components in the joint. The initial stiffness is evaluated
using the elastic stiffness coefficients (k;) of each ith contributing component, the lever arm (z)
and the steel’s Young modulus (E) as follows:

E.-7?
Sjini = — (2.1)

= k;

1

The design moment resistance is evaluated according to the equilibrium equation:

M;jrq = Zhr “Frra (2.2)
r

where, /i, is the distance from the compression center to the " bolt row and F. «Rd 18 the resistance
of the ' bolt row taken as the minimum of the basic component resistances as follows:

F.ra = min(Feve, Fepb, Fopps Fowe, Fir) (2.3)

Based on these two characteristics of a joint (S, and M; gy), its design moment-rotation curve
is generated following the model depicted in Figure [2.4] applying the following relations and

limitations: )
S;j=3S8jni for Mjgs < §M j.Rd (2.4)
S ini 2
Sj= " for 3Mj R <Mjpqs <MjRa (2.5)
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where, U is the stiffness ratio determined as y = (M—jEd) , with the coefficient ¥ varying
J.Rd
between 2.7 to 3.1 depending on the type of connection.
A M;
Sjini
M J,Rd —_-—
M j,Ed ]
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d)Ed (I)Xd q)Cd
Figure 2.4: Moment-rotation curve according to |[EC3|(2005)

It is worth noting that the rotation capacity is directly dependent to the ductility of the joint’s
weakest basic components. Eurocode 3 provides general design conditions that would ensure that
a specific joint will possess sufficient rotation capacity for a plastic global analysis. However,
these provisions are leading to a rather qualitative evaluation of the rotational capacity (¢cy). As
depicted Figure [2.5] the joint’s rotational behaviour assessed using this procedure is mostly an
idealisation of its real response.
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Figure 2.5: Experimental vs. design moment-rotation curve

This idealisation of the rotational behaviour is suitable for usual design practice, providing
designers with a practical and reliable tool for the design of steel joints. However, its simplicity
is leading to potential underestimations of the real capacities, that could have significant effects
when some special rules of design, for example the "Capacity Design" concept, are applied or
when a plastic analysis of structures with partial-strength joints is performed.
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In order to improve the prediction accuracy for the resistance and rotational capacities of a
steel joint, several studies were conducted on the extension of the component method applicabil-
ity. Japsart et al.| (2019) developed an analytical procedure to evaluate the ultimate and plastic
rotational capacities. This simplified analytical approach is built around four key parameters: the
initial stiffness (S ), the plastic bending resistance (M), the stain-hardening stiffness (S; )
and the ultimate bending resistance (Mg,,).

M|

S, im/ 7
MRel &

S.

J-ipi

——
ber ¢ du $

pl

Figure 2.6: Joint M — ¢ curve according to |[Japsart et al.|(2019)

Based on these parameters, several mathematical expressions have been developed, in order
to approximate closely the non-linearity of the actual moment-rotation (M-¢) curve. While the
current guidance provided by Eurocode 3 refers only to the evaluation of the initial stiffness
(S},ini) and bending resistance (Mg,;) of joints, this method aims at providing the analytical ex-
pressions for the estimation of the strain-hardening stiffness (S; ), ultimate bending resistance
(Mg,) and rotational capacity (¢,). Its applicability can be seen as a complementary approach to
the provisions of Eurocode 3.

The method proved to be efficient for various connection types, a good agreement between the
experimental results and the analytical predictions being generally achieved. However, taking
into account that the analytical approach is based on the component method, its accuracy for
dynamic applications requires further investigations on the response of basic components under
dynamic loading regimes.

2.3 Steel joints under dynamic actions

A proper assessment of the structural stability could play a significant role in preventing the pro-
gressive collapse. When the accurate assessment of structural capacities is sought, the behaviour
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of joints has to be explicitly considered Therefore, its precise characterisation is of great im-
portance for a safe exploitation of a structure. The previous sections have briefly described the
procedures used to evaluate the behaviour of steel joints under quasi-static loading conditions.
Currently, the scientific community is preoccupied with investigating the performance of joints
subjected to severe dynamic actions. However, most of the studies concerning the dynamic ef-
fects on the joints are focused on seismic action (Xu and Ellingwood, [2011) and fire (Santiago
et al., 2008). Recently, the effects of impact and blast loads have become an investigation focus
for some research groups.

The full-scale dynamic physical tests may provide useful information for understanding the
response of steel joints. The limitations of this approach, related to its costs and difficulty to
be performed in a controlled manner, are however important. Finite element models proved to
be a feasible alternative to the physical tests. Moreover, this robust tool can be employed in the
study of joints subjected to any type of loading scenarios, without requiring high economical
and computational effort. Sabuwala et al. (Sabuwala et al., 20035)) investigated typical beam-to-
column joints subjected to blast loads by performing numerous 3D finite element (FE) analyses.
A single-sided, beam-to-column joint was modelled using FE techniques and a pressure load
simulating an internal explosion was imposed in the numerical environment. Dynamic increase
factors (DIFs) were used to account for the strain rate influence on steel’s mechanical properties.
The study has proven that the recommendations of the design code precursor to UFC 3-340-
02 (DOD 2008) were defective. However, one may qualify the results of the study as being
questionable, as the FE models were validated only against static tests results. In 2009, the study
was enhanced by Yim and Krauthammer| (2009) performing additional finite element analyses
with solid elements on joints subjected to blast loads with variable time duration (5 - 20 ms) and
variable load magnitude. A good agreement was observed between the results of physical tests
and those acquired from numerical simulations, certifying the rather simplified frame models as
an efficient tool with a low computational cost.

Grimsmo et al.[ (2015} 2016) investigated the response of steel joints subjected to high loading
rates. The study implied the use of experimental and numerical approaches for beam-to-column
connections under an impact load applied axially on the column. In order to highlight the dy-
namic effects and to validate the numerical models, Grimsmo et al.|(2015) performed quasi-static
and dynamic tests on double-sided bolted beam-to-column joint configurations. The 3D FE
model of the specimen depicted in Figure2.7a] was developed using the commercial FE software
Abaqus/Explicit.
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Figure 2.7: FE model developed by Grimsmo et al.| (2016)

The assembly was modelled using solid elements and the implemented material model in-
corporate the strain-rate sensitivity and damage criteria calibrated against data collected from
tests on the coupons extracted from the specimen’s elements. For both loading scenarios, the
failure occurred as a combination of the tensile bolt fracture and the bending of the end-plate,
the numerical simulations being able to provide accurately the deformation and failure modes
observed in the tests. The global response in the terms of force-displacement and velocity-time
curves, reported here in Figure[2.7b] has been as well captured by the numerical simulations.

Recently, D’ Antimo et al.|(2019) studied the effects of severe dynamic impact loads on simply
supported steel beams. An experimental impact test campaign has been carried out for a variety

of impact loads with different levels of energy. The finite element solutions were employed in
the study of strain-rate and dynamic effects, highlighting the importance of material modelling
and the accurate calibration of material constants used for the definition of the material behaviour
laws. The outcome of the study demonstrates the reliability of some constitutive models formu-
lations such as the Johnson-Cook or Cowper-Symonds formulations for dynamic applications,
when the stain-rate effects have to be accounted for.

An innovative joint solution for seismic design has been investigated by D’ Antimo| (2020) for
applications under quasi-static and, particularly, under impact loads. Once again, the behaviour
of the joint was studied using two approaches - physical tests and numerical simulations. The

FE models were developed considering the outcomes of the previous study of simply supported
beams subjected to impact loads (D’ Antimo et al., 2019).
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Figure 2.8: FE model of the test specimen (]D’AntimoL |2020|)

The strain-rate sensitivity of the material was implemented in the numerical models using the
Johnson-Cook formulation. Firstly, the model was validated against the results from the static
tests and subsequently, against dynamic tests results and used for further parametric studies. The
Explicit solver of the commercial software Abaqus was used for the simulations of the impact
tests, in order to optimize the analysis time and to avoid convergence related problems due to
complex contact involved in the model. The global response of the joints under impact loads
has been assessed based on the results provided by physical tests and numerical simulations, and
subsequently, compared in terms of displacement-time curves.
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Figure 2.9: Experimental tests vs FE modelling (D’ Antimoy, 2020)

The agreement between the actual registered behaviour and the one predicted by the numerical
simulation allows to identify the FE simulations as an accurate method in the assessment of the
behaviour of joints under dynamic actions.
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3 Experimental campaign

3.1 Context

Aiming at investigating the response of various joint typologies under static and dynamic loads,
an experimental campaign was conducted at the University of Liege. Integrated in the framework
of the aforementioned research project RobustImpact, this experimental programme provided the
physical test results required for the preparation of this thesis. The response of various configu-
rations of beam-to-column joints and of steel-to-concrete column bases connections was investi-
gated within the research project. In the framework of this thesis only the beam-to-column steel
joints will be addressed, thus the information concerning the testing setup and the test specimens
will be provided exclusively for this joint typology. The experimental programme, including the
testing setup and the specimens’ geometry, is presented in detail in the deliverables of the re-
search project, namely in (Hoffmann et al., [2014,|2016), only a brief survey of it being provided
here.

A total of 22 physical specimens of double-sided beam-to-column joints with different config-
urations were tested under quasi-static and impact loading, in order to highlight the magnitude of
the strain rate influence on different joint components. The response of five joint configurations
subjected to impact loading has been investigated. For each joint configuration, one quasi-static
test and several impact tests with different levels of energy were performed and the strain rate
effects were identified by comparing the static response of the specimens with the one exhibited
under impact.

The test specimens were designed so that a specific failure mode, corresponding to the failure
of different basic active components of the investigated joints, would occur under monotonic
loading. Accordingly, an actual joint configuration (real joint - RJ) has been designed and af-
terwards, this joint configuration has been subjected to several modifications, that would ensure
the failure of a specific component within the joint. Therefore, five different joint configurations
have been designed, allowing to investigate the behaviour of basic components, as follows:

RJ - the real joint: 4 specimens;
- EPB - the end-plate in bending: 5 specimens;

- CFB - the column flange in bending: 5 specimens;

BFC - the beam flange in compression: 4 specimens;

- CWC - the column web in compression: 4 specimens.
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3.2 Testing setup

3.2.1 Static tests

Throughout quasi-static tests, the double-sided beam-to-column joints were symmetrically loaded
by applying a monotonic load at the top of the column. A hydraulic jack with displacement con-
trol loaded the specimen up to its failure and the evolution of the displacements and deformations
experienced by the specimen were recorded using specific instrumentation, such as displacement
transducers and extensometers. As the column’s vertical displacement is not restrained, during
the test the joint is mainly subjected to bending moments and shear forces.

A schematic view of the test specimens and the experimental setup is illustrated in Figure
3.1} a more detailed presentation, including the used specific instrumentation is available in

(Hoffmann et al ., [2016).
Load (static or dynamic)
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Figure 3.1: Schematic view of the test specimens

3.2.2 Impact tests

As previously mentioned, a total 22 specimens of five beam-to-column joint configurations were
tested during the experimental programme; 19 physical tests were performed under impact load-
ing conditions. The test specimens used for the impact tests were identical with the ones em-
ployed the static experiments. The main difference between the quasi-static and the impact tests
was the load application. The impact load has been applied through a dropping mass, which in
order to induce different levels of impact energies, hits the column head with variables speeds.
Moreover, the impact energy can be controlled by modifying two parameters - the dropping
height of the impactor and its weight.
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Based on previously assessed response of specimens under quasi-static loads, their behaviour
under impact loads has been investigated for the elastic and plastic ranges. Thus, the energy levels
induced by the impact were adjusted so that for each specimen at least one test was performed
in the elastic range. The methods to evaluate the required levels of energy and the corresponding

dropping heights for the impactor are presented in detail in (Hoffmann et al., 2016). For the

sake of brevity, here will be reported only the representative values used for the physical tests.
Three masses were used for the physical tests (M1=100 kg, M2=167 kg and M3=211 kg) and the
dropping heights varied between 80 and 4505 mm.

The specimens were subjected to impact by simply hitting the column head with a dropping
weight. While the dropping height is constrained by the limitations of the testing rig, the max-
imum dropped weight could be adjusted, at least theoretically, according to a wide range of
particular needs. In this specific case, the dropped weights were released from a certain height
by using the system pictured in Figure [3.2a] consisting of two tubular guides which are holding
and driving the weight. The mass hanged at a particular height is suddenly released through a
quick-release mechanism using a hook equipped with a spring, which once pulled by a connected
cable causes the instantaneous drop of the mass.

l “;;5 hﬁ ‘-!;ui;ﬁn 11
e ' *

|\l '
._“”

Dantec cameras

(a) Testing rig (b) High speed cameras

Figure 3.2: Testing setup

Similar to the quasi-static tests, during the impact tests the vertical displacement and the
deformation of the specimens were recorded. The acquisition system in the case of the impact
test is however different. Two pairs of high speed cameras were used to capture the response of
the specimens under impulsive loading. The pair of Dantec cameras (5000 Hz), with a higher
frequency of acquisition, was used to catch the global behaviour of the specimen, while Baster
cameras (400 Hz) were used to capture the local behaviour of key joint components.
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3.3 Test specimens

The global dimensions of the specimens were governed by the limitations of the available setup,
a distance of maximum 1.6 m between the supports of the beams being available. The specimens
consisted of rolled HEA and IPE profiles in S355 steel grade for both column and beams. In order
to avoid the local buckling of the beam web under associated concentrated loads, web stiffeners
were provided on the beam at the level of its supports. A specific system has been designed for
the beam’s supports with the main purpose of avoiding problems related to the rebound of the
specimen when subjected to the impact load and to create the adequate supporting conditions
for a simply supported element (allowing the rotations and the horizontal displacements). The
length of the column has been established at the value of 460 mm in order to provide an adequate
diffusion of the transverse compression forces transferred from the beams. The redistribution of
the load (static or dynamic) on the entire cross-section of the column was ensured by providing
a "loading plate", with a thickness of 50 mm, at the top of the column.

3.3.1 Real joint specimen (RJ])

As previously mentioned, this joint was used as a reference configuration from which the other
specimens derived through specific modifications on the components geometrical properties or
by providing additional stiffening elements to the joint. The specimen consists of two beams -
IPE 180 profiles and a HEA 140 profile - column. Two 15 mm thick extended end-plates were
welded to the beams by fillet welds with a throat thickness of 5 mm for the beam flanges and 3
mm for the beam web. The two beams were connected to the column by means of four partially
threaded M16 bolts of grade 10.9. A detailed view of the specimen is provided in Figure [3.3
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3.3.2 End-plate in bending specimen (EPB)

In order to activate the failure of the "end-plate in bending" (epb) component, the overall con-
figuration of the real joint has been used, the only modified parameter being the thickness of the
end-plate which has been reduced from 15 mm to 8 mm as depicted in the figure below.
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Figure 3.4: EPB specimen
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3.3.3 Column flange in bending specimen (CFB)

The failure of the "column flange in bending" (cfb) component was induced by increasing the
resistance capacity of two other active components - "end-plate in bending" (epb) and "beam
flange in compression" (bfc). An additional 6 mm thick plate has been welded to the beams
flanges in compression and, in order to avoid the failure of the end-plate in bending its thickness
has been increased to 18 mm.
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Figure 3.5: CFB specimen
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3.3.4 Beam flange in compression specimen (BFC)

Aiming at inducing a failure mode associated to the failure of the "beam flange in compression"
(bfc) component, the RJ configuration has been subjected to several modifications, the most
important being the transition from a bolted connection to a fully welded one. The beams have
been directly welded to the column and, in order to prevent the failure of the column web during
the test, additional 12 mm thick stiffeners were provided as illustrated in Figure [3.6]
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Figure 3.6: BFC specimen

3.3.5 Column web in compression specimen (CWC)

The "column web in compression" component could be activated only by reducing the thickness
of the column web. In this particular case, an IPE 180 profile was used for the column as well.
In order to prevent the failure of the column web region in tension, a 10 mm thick stiffener has
been welded to the profile as depicted in the figure below.
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Figure 3.7: CWC specimen
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3.4 Material properties

Quasi-static uniaxial tension tests on coupons extracted form the plates of all constitutive ele-
ments of the specimens were performed in order to evaluate the actual material properties. Full
thickness coupon specimens were extracted from beams and columns flanges and webs, as well
as from all end-plates used for the bolted connections. From the experimental recordings, for
each coupon extracted, the stress-strain curves were generated. The latter will be used here-
inafter in the FE simulations. The variance and uncertainties incurred in the coupon test results
were mitigated by processing the experimental data and reporting the mean values from several
tests as presented in Table [3.1]

Element  Coupon fy [MPa] ¢y [%] f,[Mpa] ¢y [%]
Flange 413.3 1.97 537.7 21
Web 435.5 2.07 545.2 25
Flange 385.3 1.83 539.6 20.6
Web 433.7 2.06 544 22
8 mm 409.3 1.95 594.8 18
End-plates 15 mm 416.6 1.98 588.7 23
18 mm 384.5 1.83 556.2 22

IPE 180

HEB 140

Table 3.1: Actual mechanical properties of the material

The figures below display the representative engineering stress-strain curves acquired from
the coupon tests under quasi-static loading rate. Afterwards, these curves will be used for the
definition of the non-linear material behaviour in the finite element model, by generating the true
stress-logarithmic plastic strain curves.
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Figure 3.8: Engineering stress-strain curves for the used materials

The properties for M16 grade 10.9 bolts were not available from the coupon tests. Nonethe-
less, in the framework of the same research project, some coupon tests were performed for M20
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grade 10.9 bolts and reported in (Hoffmann et al., 2016). The values for the yield strength f,,,
and ultimate strength f,;, for bolts material will be considered as:

fip=1020N/mm?>  and  f,;, = 1080 N/mm?

3.5 Experimental results

3.5.1 Static tests

As previously described, a monotonic load has been applied at the top of the column during the
quasi-static tests. The evolution of the applied force and the vertical displacement of the column
were recorded, providing the required data to generate the force-displacement (F-A) curve of the
joints. Usually, the behaviour of joints is assessed by means of moment-rotation (M-¢) curves,
this approach being also prescribed by Eurocode 3; therefore, using the experimentally obtained
data, the M-¢ curve of each specimen has been generated.

When computing the joint rotation, a special attention has been paid as the displacement mea-
sured at the column’s level is the sum of two contributions: one vertical displacement associated
to the elastic deformation of the beam and another associated to the rotation of the joint, as
depicted in Figure [3.9]

Figure 3.9: Joint rotation - displacement contributions

Thus, the rotation of the joint was determined by extracting the displacement induced by the
elastic deformation of the beam from the total vertical displacement measured at the column’s
level as follows:

¢ = frot—joint o Jrotal _fdef—beam
L L
where, frorjoins 18 the displacement associated to the rotation of the joint, f;,, is the vertical

(3.1)

displacement experimentally measured at the top of the column, fyefpeam 18 the displacement
associated to the elastic deformation of the beam and L is the distance from the supports to the
center line of the column’s flange.
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For the RJ specimen, two loading-unloading sequences were performed during the test, in
order to estimate accurately the initial stiffness of the joint. At first, the joint was monotonically
loaded until a force level of F=90 kN; at this loading level the joint still behaves in an elastic way.
The second loading-unloading sequence was performed in the plastic range of the specimen. at
a load value of F=130 kN. The behaviour of RJ joint configuration under quasi-static conditions
is depicted in Figures [3.10a) and [3.10b| by means of force-displacement and moment-rotation
curves. The initial stiffness of the RJ joint configuration, experimentally evaluated through the
loading-unloading cycles, is approximately 3581 kNm/rad, being estimated as the average value
of the two loading-unloading sequences. The maximum bending moment developed in the joint
is estimated at a value of 47.5 kNm. The failure mechanism observed during the static test is a
combination of the failure of two basic active components of the joint: at the level of the first
bolt row, the yielding of the column flange in bending was observed, whereas, for the second bolt
row, yielding occurred in the beam’s top flange in compression.
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Figure 3.10: RJ static behaviour

A similar procedure was performed for the EPB specimen, the two loading-unloading cycles
being performed at a value of F=63 kN and F=85 kN, respectively. Based on these two cycles, the
initial stiffness of the joint has been estimated at a value of 2518.6 kNm/rad. The maximum value
of the bending moment experienced by the EPB joint configuration under quasi-static loading
conditions is 38.7 kNm. The failure of the "end-plate in bending" (epb) component has occurred
during the test at the level of both bolt rows. The overall behaviour of the investigated joint is

illustrated in Figures [3.1Taland [3.11b]
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Figure 3.11: EPB static behaviour

The initial stiffness of the CFB specimen has been evaluated following the procedure previ-
ously presented. As depicted in Figures[3.12al and [3.12b] two loading-unloading sequences were
performed when the applied force reached 100 kN and 135 kN, respectively. The initial stiff-
ness is estimated at the value of 4413 kNm/rad, while the maximum bending moment developed

is 51.4 kNm. During the test, significant yielding has developed in the column flanges in the
compressed zone, this failure mode being the governing one.
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Figure 3.12: CFB static behaviour
The fully welded joint configurations were tested following the same procedure performed

for the bolted configurations. The BFC specimen has been monotonically loaded until the force
level F=200 kN, when the first loading-unloading cycle was performed. The second cycle has
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been performed at F=240 kN and the initial stiffness, obtained as the average value from the
loading-unloading sequences, is estimated to be 95241 kNm/rad. The static response in terms of
F — A and M — ¢ curves is depicted in Figures [3.13aland [3.13b]
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Figure 3.13: BFC static behaviour

As expected, this joint configuration is much stiffer when compared to the bolted joint config-
urations. The bending capacity has also significantly increased, the maximum registered bending

moment being 92.6 kNm, value that corresponds to the failure of the "beam flange in compres-
sion" (bfc) component.

The behaviour of the last joint configuration is illustrated in Figures [3.14a]- F.21b]
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Figure 3.14: CWC static behaviour

The CWC specimen proved to be also stiffer than the previously presented bolted connections.
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One loading-unlaoding sequence has been performed during the test and the initial stiffness has
been evaluated at 28342 kNm/rad. The local buckling of the column web in compression has
limited drastically the bending capacity of the joint, a maximum bending moment of 45.4 kNm
being developed.

3.5.2 Impact tests

A brief survey of the impact tests results is provided in this section. The dynamic responses of
tested joint configurations are reported in terms of vertical displacement - time curves. Minimum
three tests were conducted for each of the specimens with the main purpose to investigate their
response under impulsive loading with different levels of energy. The energy associated to the
impact can be readily evaluated using the kinetic energy expression:
[

E, = Emvimp (3.2)
where, m is the weight of the dropped mass and v;,,, is the impact velocity captured by the
acquisition system.

The RJ specimen was subjected to a series of four impact tests. One test was conducted in the
elastic domain with a mass of 211 kg dropped from a small height # = 80 mm. Under this small
impact energy no plasticity occurred in any components of the joint, thus there is no permanent
displacement observed. Tests T2, T3 and T4 were performed in the plastic domain, inducing in
the impacts different levels of energy by adjusting either the dropping height or the dropped mass
as summarized in Table[3.2] The evolution in time of the joint’s vertical displacement is depicted
in Figure 3.1

20 —Test: T1

18 1 —Test: T2

Test h Vimp Vreb Apax Aperm 16 — Test: T3
[kg] [mm] [m/s] [m/s] [mm] [mm] il ——Test: T4

12 A

T1 211 80 1.27 096 273 0.1

Vertical displacement [mm)]

T2 211 1505 523 194 1889 6.5 8
T3 211 2005 6.03 2.03 2394 10.64 j
T4 167 2005 589 214 1982 7.1 2/\/\ "
5 0.01 0.02 0.03 0.04 0.05 0.06 0.07 0.08 0.09 0.1
Time [s]
Table 3.2: RJ - experimental results Figure 3.15: RJ - A-f curve

25



Similarly, four impact tests were performed for the EPB specimen. The small impact energy

induced during the first test did not lead to the development of plasticity, thus the specimen

exhibits an elastic response as can be seen in Figure[3.16] For the plastic domain, high plasticity

was induced by increasing considerably the dropping height. A maximum vertical displacement

of approx. 40 mm and a permanent displacement of 25 mm, respectively, have been recorded
during the 3™ test (see Table .

Test h Vimp Vreb Arnax Aperm
[kg] [mm] [m/s] [m/s] [mm] [mm]
T1 211 85 1.23 091 3.87 0
T2 211 1910 584 1.66 2936 16.16
T3 211 3000 738 1.77 39.83 25
T4 167 3000 7.41 2.1 3247 1833

Table 3.3: EPB - experimental results
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Figure 3.16: EPB - A-f curve

Lower impact energies were applied to the CFB specimen. Accordingly, two tests were carried

out in the elastic domain, the joint exhibiting no permanent deformations after the tests. The

small weight of 100 kg used for the first three tests was not enough to produce significant amounts

of energy that would entrain material’s plasticity, thus the permanent deformations experienced

by the joint are modest to negligible for these tests. Only test T4 seems to provide reliable data

for the study of joint’s post yielding behaviour.

Test M h Vimp Vreb Apax A perm
[kg] [mm] [m/s] [m/s] [mm] [mm]
T1 100 259 2.1 0.84 2.65 0
T2 100 720 353 1.16 5.13 0
T3 100 1654 5.3 2.19 18 3.7
T4 211 2057 6.19 1.78 2525 95

Table 3.4: CFB - experimental results
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Figure 3.17: CFB - A-t curve

Since it was the joint configuration with the highest rotational stiffness and bending capacity,

the BFC specimen has been subjected to impacts with higher energy levels. The joint exhibits
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an elastic behaviour during the first test, while for the other two, a plastic response is observed,

a maximum permanent displacement of approx. 16 mm being recorded. In order to activate the

plasticity in the joint components, as presented in Table [3.5] the maximum available dropping

height has been used for this particular specimen.

5
|

22 1

20 1

— 18 4

iwf

?E' 14 -

Test h Vimp Vreb Amax Aperm S 12

[kg] [mm] [m/s] [m/s] [mm] [mm] @10'

T 211 110 1.86 072 252 0 B i
= i —Test: T1
T2 211 2002 604 193 1346 8 ﬁ 4 —Test: T2
T3 167 4505 8.89 244 21.09 15.86 2*/\ =l i

_2_ VO.BI 0.62 0.63 0.;)4 0.65 0.:36 01137 0.68 0.69 Ojl

Table 3.5: BFC - experimental results

Time [s]

Figure 3.18: BFC - A-f curve

For the CWC joint configuration four impact tests were carried out using the same mass of

100 kg and adjusting the levels of impact energy only by increasing the dropping height. As

summarized in Table[3.6] the dropping height varied from 0.52 to 2.93 m, the specimen being hit

with a maximum impact velocity of 6.79 m/s. A maximum permanent displacement of 6.5 mm

was reached during the 4™ test. However, it seems that the impact energy was not high enough

to trigger the failure of column web in compression. Even if the specimen exhibits a clear post-

elastic response, the loading rate is too high and the application time is too short for potential

buckling phenomena to occur.

14

10 4

.|
Test M h Vimp Vreb Asmax Aperm E i

[kg] [mm] [m/s] [m/s] [mm] [mm] §

TI 100 524 304 171 419 0  £s- ———
T2 100 916 424 223 563 13 ; > -
T3 100 2040 578 226 893 42 .| -
T4 100 2927 679 227 11.66 65 N /\\W

a d UD&]Y UO“D2 O._Il}.iilne [2]64 O‘IOS 0.66 O“O'p’

Table 3.6: CWC - experimental results

Figure 3.19: CWC - A-f curve

The results of the static and impact tests will be used in further investigation of dynamic

effects on the global behaviour of beam-to-column joints. The rebound velocity v, reported for

each test can be used afterwards to estimate the impact force applied on the column head .
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4 Behaviour under static loading

Nowadays, the dynamic effects on the behaviour of steel joints are quantified by means of
Dynamic Increase Factors (DIF’s), which, as previously stated, are the ratio between the dynamic
and static resistance of the joint. Therefore, the joint behaviour under static loading conditions
becomes a reference matter when the dynamic effects are assessed. The static conditions are
usually considered to correspond to the normal exploitation of a structure, hence most of the
design rules and guidance are focused on the static behaviour of steel joints.

4.1 Application of the component method

As mentioned in the introductory chapter of this thesis, the double-sided beam-to-column joint
consists of a "left joint" and a "right joint". Theoretically, their non-linear behaviour can be as-
sessed using the analytical formulae proposed in Eurocode 3. This section provides an overview
on the application of the component method to different joint configurations. A comparison is
made between the analytically predicted M-¢ curve with the actual one derived from the out-
comes of physical tests .

The actual material properties and geometrical characteristics were used for the characterisa-
tion of the joints’ non-linear response through the component method. The M-¢ curve of each
joint typology is generated based on the assembly procedure of basic active components using a
semi-automatic Excel routine - specifically developed with this purpose. The activated compo-
nents and the assembly procedure for each joint specimen is presented briefly hereafter, whereas
in the appendices of this paper a detailed presentation of the procedure is provided.

4.1.1 Active components

The stiffness and resistance capacities of a joint are estimated relying on the influence of its
active basic components. The initial stiffness is evaluated on the basis of the elastic stiffness
(k;) of each ith active component, whilst the moment resistance is derived from their individual
resistance capacity.

Considering the general layout of the joints addressed in this paper and the fastening method
employed in their assembly, one may classify the test specimens in two main categories:

- Bolted joints: RJ, EPB and CFB specimens;
- Welded joints: BFC and CWC specimens.
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The basic active components of these two specimen categories are presented in Table {.1]

Joint category Bolted joints Welded joints
Component Resistance Stiffness Resistance Stiffness
1. Column web in compression (cwc) v v v v
2. Column web in tension (cwt) v v
3. Column flange in bending (cfb) v v
4. End-plate in bending (epb) v v
5. Beam flange and web in compression (bfc) v * v *
6. Beam web in tension (bwt) v *
7. Bolts in tension (bt) ok v
Table 4.1: Active components for the two joint types
Note:

* The component is considered in the deformation of the beam;
** The component is considered in the equivalent T-stub.

4.1.2 Determination of the component properties

a) Component 1 - Column web in compression (cwc)

The resistance of the unstiffened column web subjected to transverse compression is deter-
mined from the following expression:

Wkyye beff,c,wc Twe fy,wc but FC,WQRd < Wk P beff.,c,wc tye fy,wc

4.1
Ymo Yar1 1)

Fc,wc,Rd =

Since the transformation parameter for a double-sided symmetrically loaded joint is f = 0,
the reduction factor  in equation can be taken as @ = 1. In most of the cases, the maximum
longitudinal compressive Stress O, g4 due to axial force and bending moment in the column
web is Ogom eq < 0.7fywe and the reduction factor k. can be taken as 1.0. The resistance in
compression of the column web is limited by local buckling through a reduction factor (p) which
accounts for potential buckling occurrence. This factor is evaluated based on the slenderness of
the column web (Zp) as follows:

1.0 it 1,<0.72
p= . _ 4.2)
(Ap—0 2)//'Lp if Ap>0.72
The slenderness of the web is estimated as:
_ b d
A, = 0.932\/ eff ’C’Vgtzwc Jowe  here  dye = he— 2tge+s) (4.3)
wc
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The resistance to compression of the column web depends on the dispersion length (b, )
of the compression force through the end-plate and column flange. The area of the web providing
resistance to compression is given by the effective width (b, ) illustrated in Figure [E

-—

e Ty

Figure 4.1: Force dispersion for column web in compression

According to Figure[d.1] the effective width of the column web in compression is evaluated:
beff.eme =t +2V2ap+5(trc+5) +sp (4.4)

where, s, is the length obtained by dispersion at 45° through the end-plate. In this particular
case, because the length of the end-plate bellow the flange is less than 27, 5, was considered as
one end-plate thickness.

b) Component 2 - Column web in tension (cwt)

The resistance of an unstiffened column web subjected to transverse tension is determined

according to eq. [6.10]
0 beff,t,wc twe fy,wc

Yo

E‘,wqu = (45)

Once again, the reduction factor @ which accounts for the interaction with shear in the column
web panel will be taken as 1.0, corresponding to the situation of a double-sided joint symmet-
rically loaded. For bolted connections, the effective width b.rs . of column web in tension
is evaluated based on the equivalent T-stub representing the column flange, therefore the effec-
tive length [, of the equivalent T-stub is estimated for each bolt rows acting individually or
in a combination with the other bolt rows. The use of the equivalent T-stub model implies the
estimation of several geometrical parameters that allows to evaluate its equivalent length.

s

0,8r, m eJ
3 1 W
Y\
[ Il Il |
L[ 1
‘—Temin

N

Figure 4.2: Geometrical parameters for the equivalent T-stub (EC3,,|2005)
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For this particular joint configuration the geometrical parameters are estimated as follows:

. b, .
m=————0.87r, e= 5 % emin = min(e; e3) (4.6)

Having two bolt rows on the elevation of the connection implies the computation of /.y for
bolt rows 1 & 2 acting individually or as a part of a group.

Bolt row 1
% D |/ ® ) | @
leff,cp 1(:ff,nc 1eff,cp leff,nc
o e . oo o o
N
N
(a) Individual (b) As first row of a group

Figure 4.3: Effective lengths for bolt row 1

- Individual effective lengths

leff,cp - 27rm lefleC - 4m + 125€ (4.7)

-Effective lengths as first bolt row of a group

In this case, for bolt row 1 combined with row 2, both bolt rows are considered as "end bolt
rows" and the effective lengths for the unstiffened column flange should be taken as the minimum

value as follows:

leff.cp = min(wm+ p; 2eq + p) (4.8)
leffne = min(2m+0.625¢+0.5p; e; +0.5p) 4.9)
Bolt row 2
]eff,cp \* ?\‘ ]eff,nc ,;z:i’;/??'\ lefﬁcp S ® leff,nc T
@ [ @ | [ k#
\\5
(a) Individual (b) As first row of a group

Figure 4.4: Effective lengths for bolt row 2
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- Individual effective lengths

lefﬁcp =27mm leff,nc =4dm+

-Effective lengths as first bolt row of a group

1.25e

leff.cp = min(wm+ p; 2eq + p)

leff.ne = min(2m+0.625¢ +0.5p; e; +0.5p)

¢) Component 3 - Column flange in bending (cfb)

(4.10)

4.11)

(4.12)

The resistance and the failure mode of an unstiffened column flange in bending are evaluated

using the equivalent T-stub model for both - individual and group bolt rows. Associated resis-

tances are calculated for three possible failure modes and the overall resistance is taken as the

minimum of the three. In the figure below, the possible failure modes of the equivalent T-stub are

illustrated. Failure mode 1 corresponds to the complete yielding of the column flange. Failure

mode 2 is associated to a combined failure of the bolts and yielding in the flange whereas the 3™

mode is totally associated to the bolt fracture.

Ft,Rdl Ft,RdZ Ft,Rd3
0'52Ft,R J
< 0'52Ft,Rd 0.8r 0.8r 0.521:[’}“
e l r e e I r | e
A = X ;f_/ ‘;rg
n}mHm}n nm' Tmin
Q Q Q Q
(a) Failure mode 1 (b) Failure mode 2 (c) Failure mode 3

Figure 4.5: Equivalent T-stub failure modes (Jaspart and Weynand, 2016)

EN 1993-1-8 provides the analytical formulae for the evaluation of the resistance for each of

the three failure modes as follows:
- for Mode 1 (alternative method)

(8n —2e, )My 1 Ra

F. =
GRS m — ew(m+n)
- for Mode 2
_ 2Mp 2 Ra +nEF Ry
Fiora = —
- for Mode 3

F,3.ra = LF Ra
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where:
0.25%Les71 17 fy 0.25%L,pr2 17 fy
Mpi,1,ra = ' and My ra = (4.16)
Mo Mo

Figure {.6] depicts the geometrical parameters from eq. [6.22]and [6.23] Previously estimated
parameter m will remain unchanged, while e,, and n are determined as follows:

ey = i n = min(en; 1.25m) (4.17)

where, d,, is the diameter of the washer.

FrRa T

0,5 FT,Rd +Q 0,5 FT,Rd + Q
iy ey
SAmu R | T S

I‘l N EI [ I
e Do >
Q dw Lo dw Q
| ' | | |
} n 1 m i \ m i n 1
1 it L L e . — ]

Figure 4.6: Geometrical parameters for the equivalent T-stub (EC3|,2005)

For mode 2 and 3, the bolts failure limits the overall resistance of the T-stub. The resistance
of a bolt in tension is evaluated as:

0.9f, A
EM:M (4.18)
Y2

The resistances associated to the ¢fb component are determined once again for two possible
cases when the bolts are working individually or in a group. The effective lengths [, 71 and [ 7 >
employed in eq. [4.16|are derived as follows:

leff,l = min(leffvcp; lefﬁnc) and leff,Z = leff,nc (4.19)

d) Component 4 - End-plate in bending (epb)

Similar to a column flange in bending in a bolted connection, the resistance and the failure
mode of the end-plate in bending are assessed once again by referring to the equivalent T-stub
model. The fact that the first bolt rows is adjacent to the beam flange in tension implies the
estimation of an additional parameter m, as depicted in Figure

33



Figure 4.7: Geometrical parameters for the equivalent T-stub

The effective lengths of the T-stub element are evaluated based on the following parameters:

t h )
m= % — %b —0.8a,,V/2 my = ?b — % —tpp — O.Saf\/i n = min(eyin; 1.25m)

The effective lengths for bolt row 1 require the estimation of an o coefficient as this bolt row

is under the beam flange in tension; the two following parameters are needed for the estimation
of this coefficient (see Figure 4.8):

2 :: 2n 5,{5 \4,{5 ’4,\45
NI
y Iy
IRTANi
iR |
. I - \\ \\\\ )Ll:”“Le =0 (420
\ \\\ 2o M2
Z: \ \\ m+e )

o] 0,1 02 03 04 05 06 07 08 09

Figure 4.8: Estimation of o coefficient (EC3,2005)

Boltrow 1

/| i |
1 “‘/ 1 L/ ‘ |
sl | ey e | AL WA /|
effcp |(@) || @ effnc | @ || @ Letrep m L letine | @ ’L )

(a) Individual (b) As first row of a group

Figure 4.9: Effective lengths for bolt row 1
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- Individual effective lengths

leffep=2m+p  lopfpc=am 4.21)

-Effective lengths as first bolt row of a group
leff,cp =Tm+p leff,nc =05p+am— (2m + 0.6256’) (4.22)

Bolt row 2

le ff.cp \( - eff.nc " /‘ , L\‘/ le ff.cp i

\ (‘ effnc | @~ \T
/| [N =) “\/

(a) Individual (b) As first row of a group

Figure 4.10: Effective lengths for bolt row 2
- Individual effective lengths

leffep=2m+p  lopfpc=am (4.23)

-Effective lengths as last bolt row of a group
leffep=mm+p leffne =0.5p+ am— (2m+0.625¢) (4.24)

Once again, the resistances are determined for two possible cases, when the bolts are working
individually or in a group, as the minimum resistance corresponding to the failure mode of the

T-stub from egs. [6.22] [6.23]and 4.13]

e) Component 5 - Beam flange and web in compression (bfc)

The bending moment applied to the beam leads to the development of compression forces in
the proximity of the beam flange and the adjacent part of the web. Due to different lever arms,
the concentrated force F,. may differ considerably when compared to the compression force F
induced by the same loading at a certain distance from the connection, as depicted in Figure [d.11]

—_— M
— -— =
M
& hy, =t., F:h -
b "L
. — E>F

Figure 4.11: Concentrated force F, and compression force F' (Jaspart and Weynand, 2016))
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The design compression resistance of the combined beam flange and web is given by the

following expression:
Mc,Rd

h—tfb

Fe fb.Ra = (4.25)

where £ is the depth of the connected beam and M, g, is the moment resistance of the beam
cross-section.

f) Component 6 - Beam web in tension (bt)
For the beam web in tension, the resistance is estimated with the following expression:

beff,t,wb Lwb fy,wb
Ymo

F b Ra = (4.26)

The effective width b, 7, ,» 1s considered to be equal to the equivalent length [, of the T-
stub evaluated for the end-plate in bending component. Therefore, the effective width to compute
the resistance of the bolt rows acting individually or as a group is estimated as follows:

- for bolt rows 1 and 2 acting individually

beff,t.,wb = min(leff,cp; leff,nc) (4.27)

- for bolt rows 1 and 2 acting as a group

begfawp =min(Elesscps Eleffnc) (4.28)

4.1.3 Moment resistance

The design moment resistance of a joint (M;grg or Mgy;) is associated to the resistance of its
weakest basic component (Fr4). Considering the force distribution corresponding to the tensile
and compression resistances of the components, the bending capacity of the joint results from the
equilibrium condition. In the previous section the analytical expressions proposed in Eurcode 3
for the estimation of resistances of basic active components were comprehensively presented for
the components of concern in this study.

The general rules prescribed by Eurocode 3 lead to an estimation of the joint’s non-linear
response. Serving as a reliable tool for a safe joint design, these rules are, however, insufficient
to assess the full mechanical response of a joint. Generally, joint’s initial stiffness and its plastic
bending resistance are estimated with a reasonable accuracy by applying the component method
proposed in Eurocode 3. After its bending capacity is reached, the joint is assumed to exhibit
no rotational-stiffness and deforming up to its ultimate deformation capacity, following thus a
bilinear model. The most important drawback of this idealisation is not the fact that the ultimate
bending capacity of the joint is underestimated, but the impossibility to assess the ductility of a

36



certain joint configuration, since its rotational capacity is evaluated rather qualitative in Eurocode
3. These challenges may be overcome with the extension to the component method developed by
Japsart et al.[(2019) for the evaluation of the strain-hardening stiffness, ultimate bending capacity
and the rotational capacity of a joint.

In this particular case the plastic bending capacity (Mg,) was estimated relying on the provi-
sions of Eurocode 3 as follows:
Mgpr = XhrFiyRa (4.29)

where, £, is either the distance from the compression center to the ' bolt row if the connection
is bolted or the distance between the mid-section of the beam flanges if the connection is welded.
F,.rq 1s the minimum resistance of the " bolt row for bolted connections, or the minimum resis-
tance of the basic active components for welded joints.

The ultimate bending capacity (Mg, ) has been determined in a similar manner by simply sub-
stituting the yield strength of steel (f,) by its ultimate strength (f,,) when computing the resistances
of individual active components, as recommended in Japsart et al.| (2019).

4.1.4 Rotational stiffness

4.1.4.1 Initial stiffness

The rotational stiffness of a joint relies on the mechanical properties of its basic active compo-
nents. The initial stiffness (S, ;,;) is estimated on the basis of the elastic stiffness of the consti-
tutive components. As the elastic response of each component is assumed through an equivalent
F — A spring, the expression of the joint elastic stiffness is derived based on the elastic properties
of the equivalent springs as follows:

g MEd EZ2
Jant — T

= — (4.30)
1
(] Z c

where, k; is the elastic stiffness coefficient of each i contributing component, z is the lever arm
and E - steel’s Young modulus.

In this particular case, under the action of the vertically applied force on the column’s head,
the joints are subjected mainly to sagging bending moments and shear forces. The activated
components for the two categories of joints addressed in this paper are specified in Table @.1]
For the specimens with bolted connections (RJ, EPB, CFB) a mechanical model comprising all
the active components is depicted in Figure [4.12]

When subjected to sagging bending moment, the tension zone in the joint is concentrated at the
level of the lower beam flange and lower bolt row. Nonetheless, for all bolted joints investigated

37



in this paper, the forces equilibrium was achieved when the bolt row positioned in the proximity
of the beam flange in compression was subjected to tension as well. Therefore, the bolt rows
were labeled from bottom to the top as "Bolt row 1" and "Bolt row 2", with respect to the tensile

force associated to each of them.

B cwc bfc
hk BAAAE cwt, cfb, epb, bt, bwt,
h | f fH1E3-Bolt row 2 2oy q)j) M, g
. > M eq cwt, cfb, epb, bt, bwt,
HH1E3-Bolt row 1
L

Figure 4.12: Mechanical model for bolted specimens (RJ, EPB and CFB)

A stiffness coefficient k; is associated to each active components of the joint. However, the
deformations of bfc and bwt components are assumed to be included in the deformations of the
beam in bending, hence, their stiffness is disregarded when the overall stiffness of the joint is
estimated. For all bolt rows, the deformations are assumed to be proportional to the distance to
the centre of compression. Thus, the deformations associated to each bolt row can be expressed
through an effective stiffness coefficient (as shown in Figure 4.13]) which can be estimated as:

1
keffr=—r (4.31)

1
i ki,r

where, k; , are the stiffness coefficients of the components active at a bolt row r.

Subsequently, the effective springs per bolt-row can be replaced by an equivalent spring acting
at an equivalent lever arm z., as depicted in Figure 4.13]

ko

Figure 4.13: Spring model for bolted specimens (RJ, EPB and CFB)
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The equivalent lever arm z,, and the equivalent stiffness coefficient k., are derived from the
effective bolt-row characteristics as follows:

Y keprh?
oo (4.32)
“ Zkeff,r hr
Y kepsrirhr
ke = T (4.33)

Knowing the properties of the joint’s constitutive components (reference is made to section
of this paper), the individual stiffness coefficients can be readily evaluated with the expres-
sions proposed in Eurocode 3, as listed below.

- Column web in compression (cwc):

0.7b t
ky = —— el cwe Twe (4.34)
dc
where, b, fr ¢ we 18 the effective width and d. = d,,. estimated for the cwc component;
- Column web in tension (cwt):
0.7b tye
kg =kso = % (4.35)
C

where, b, rf; we 1s the effective width of the column web in tension taken as the minimum between
the effective lengths [, ¢¢ (individually or as a part of a group);

- Column flange in bending (cfb):

0.9l 7 13
kg =kip=—— 3¢ (4.36)

where, the parameter m and the minimum effective length (individually or as a part of a group)-
lerf are estimated for the ¢fb component;

- End-plate in bending (epb):

3
ks =ksp = T” (4.37)

where, the parameter m and the minimum effective length (individually or as a part of a group)-
lefy are estimated for the epb component;

- Bolts in tension (bt):
1.6A;

Ly

where, Ay is the bolt resistance area and L, is the bolt elongation length.

kio,1 = k102 = (4.38)
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4.1.4.2 Strain-hardening stiffness

With a view to simplifying the design procedure, in Eurocode 3, the joint is considered to exhibit
no rotational stiffness once its plastic resistance is reached. However, this idealisation, even if
widely used for its practical meaning, is a very rough estimation of the post-yielding behaviour.
The term "strain-hardening stiffness" was adopted for the characterisation of a joint post-plastic
behaviour. As presented in section [2.2] Japsart et al| (2019) extended the use of the component
method to the evaluation of ductility capacity of steel joints. Within this approach, analytical
expressions are proposed for the estimation of post-plastic behaviour of basic components, al-
lowing, as a consequence, to assess the full M — ¢ curve of a specific joint. The main differences
between this analytical method and the Eurocode 3 approach are illustrated in Figure 4.14]

M|

Analytical
Mg, method
|
s |
Mgt b |
\
} \ Eurocode 3 |
MRel S i ,,Sj’inin } i
(2/3MRp1) i }
\
‘ \
\
| |
| \
S, i } }
\ | -
¢‘el ‘b ¢'u ¢

Figure 4.14: Eurocode 3 approach vs. Analytical method

The prediction accuracy relies on the efficient assessment of the strain hardening coefficients
kg for all active basic components. The expressions proposed for the estimation of ky; were
derived from extensive studies of tests results on components (Jaspart,|1991) as listed below.

For column webs in compression/tension(cwc/cwt) and column flanges and end plates in bend-
ing (cfb & epb):
E
ky = F“k,- (4.39)

For the column web panels in shear (cws) :

2(1+vVv)Eg
kg = ————k; 4.40
St 3 E 1 ( )
where, kg is the strain-hardening stiffness coefficient, k; - the initial stiffness coefficient, E - the
modulus of elasticity of steel, E; - the strain-hardening modulus of elasticity and v is the steel

Poisson coefficient.
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The assembly procedure is performed taking into account the relative importance of the deign
moment resistance of each individual basic component (Mg comp,i)- The latter is estimated by
assuming that temporarily only the /" component is active in the joint. Once evaluated, the
component individual moment resistances are compared to the plastic moment resistance of the
joint (Mgy,). It is assumed that a certain component will contribute in an elastic way to the strain
hardening stiffness (S; ) if its individual moment resistance is considerably higher than Mgy,
Contrarily, when Mgy comp,i 18 comparable to the joint moment resistance, the component will
have a greater influence on §; . Therefore, the strain hardening stiffness is estimated on the
basis of components contribution, which, by definition, can be elastic, through an initial stiffness
coefficient or plastic, through a strain hardening coefficient. According to Japsart et al. (2019)),
the basic components are assumed to have an elastic or a plastic contribution by comparing their
individual plastic resistance to a reference limit value. This boundary value has been defined
after an extended experimental campaign on joints with end-plates as follows:

MRgpi jimir = 1.65Mp (4.41)

Accordingly, when Mgy comp,i > MRp11imir the ith component is considered to have an elastic
contribution to §; i, hence, its initial stiffness is not affected. When Mg/ comp,i < MRpi 1imir the
component will have a strain hardening contribution and its associated strain-hardening coeffi-
cient will be employed in the assembly procedure.

Derived from this classification, the strain hardening stiffness of a joint may be estimated as:

E7?
Sjst = 1 4.42)

k*

where:
1 1

1
ZgZZ(k. > +Z<k ) (4.43)
m L,m MRpI.comp,i>MRpl,limit k stk MRpl,comp.kSMRpl,limif

If to refer to Figure 4.14] the ultimate rotational capacity ¢,, which, as a matter of fact, is

impossible to be assessed when relying on the guidelines of Eurocode 3, can be estimated easily
on the basis of Mg, Mg ,; and S; 5 from eq. @}

Mg, —M,
bu= (4.44)
st

Subsequently, the plastic rotational capacity ¢,,; yields:

 Mep+2/3Mgp 2/3Mgp

- (4.45)
O S ini/7 S ini
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4.1.5 Validation of the analytical method

The theoretical aspects presented in the previous sections concern the characterisation of steel
joint response through the component method. In this section, the analytical approach is vali-
dated against experimental data collected throughout physical tests performed under quasi-static
loading regime. In section the behaviour of test specimens is expressed in terms of F' — A
and M — ¢ curves. The latter are used in this section to validate the applicability of the component
method on different joint configurations.

In order to assess accurately the behavior of joints under static loading conditions, the actual
material properties reported in section 3.4 were employed when the analytical formulae of the
component method were applied. As the objective of this approach is to replicate as close as
possible the real behaviour of joints, a special attention has been paid at the dimensions of the
members and components of the specimen. Therefore, the actual dimensions measured during
the tests have been used for the analytical prediction. In (Hoffmann et al.,|2016) the actual dimen-
sions of the profiles and plates used in the manufacturing of physical specimens are available.
For the sake of brevity, these dimensions were not explicitly reported in the main body of this
thesis. However, because they proved to play a significant role when a high precision is sought,
the reader may find this data in the appendices of this paper.

In Figure {.15| the behaviour of the RJ specimen assessed through the analytical procedure is
compared to the one observed in the experimental test. Considering the rather low complexity
of the connection, a very good agreement between the analytical prediction and the real M — ¢
curve is reported. The component method proved to be reliable for the estimation of initial and
post-plastic stiffness of the joint. Additionally, there is observed a very accurate prediction for
the plastic and ultimate rotation capacities of the joint.
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Figure 4.15: RJ: Test vs. analytical approach
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Even though from the experimental data it is difficult to extract precisely the elastic and plastic
bending resistances, judging on how the analytical model matches the actual M — ¢ curve, the
difference between the predicted values and the actual ones is not significant. Having all these
validation criteria fulfilled, the analytical method is considered to predict with high accuracy the
full response of the RJ specimen.

In Table [4.2] a survey of the component method application on the RJ specimen is provided.
It is noticeable that the analytical prediction for ultimate bending resistance is not significantly
different when compared to what has been reported in the physical test results. A maximum
bending moment of 47.5 kNm was reached during the test, whereas the analytical approach leads
to a value of 44.75 kNm, thus the prediction error is estimated to be of approx. 7%.

Active components

cfb cwt epb bwt

bt CWC bfc
rowl row2 rowl row2 rowl row2 rowl row?2

FR, [KN] 2257 191 3829 222 2647 200.3 368.8 199.5 152.6 4504 429.5

Fry [KN]  274.8 2263 480.3 279.7 336.5 2455 461.7 2498 169.6 562 537.7

k; [mm)] 11 11 55 55 11.6  11.6 oo oo 5.6 8.1 oo
ks [mm] 022 022 0.109 0.109 0233 0.233 o o 0113 0.16 o0
Mgy [KNm] 36.98

Plastic Bolt row 1: Column flange in bending

Failue Mode Bolt row 2: Column flange in bending - Mode 2

Mg, [kKNm] 44.75

Ultimate Bolt row 1: Column flange in bending

Failure Mode Bolt row 2: Column flange in bending - Mode 2

Sjjm' [kNm/rad] 5107.2

S5t [kNm/rad] 102.14

Table 4.2: RJ - Resistance and stiffness estimation

The analytical prediction for the behaviour of EPB specimen is provided in Figure 4.16] One
may perceive the obvious difference between the results as a rough error emerged from the an-
alytical model. However, this specific case does not reveal anything else than the limitations of
the assumptions made in the analytical approach. More specifically, the source of the underesti-
mation of the ultimate bending capacity may be attributed to the analytical formulae developed
to characterise the behaviour of epb component, as in this case this is the failing component that
governs the overall response of the joint. As reported in Table 4.3] the main failure modes are
associated to the failure in bending of the end-plate by Mode 1 and Mode 2. The accuracy of the
analytical formulae developed for the equivalent T-stub element, on which the characterisation
of epb component relies, tends to be negatively affected when the model is applied to thin plates.
Failure modes 1 and 2 are associated to substantial development of yielding patterns into the
flange of the equivalent T-stub. In this particular case, the end-plate represents the flange of the
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T-stub element, and as it is only 8 mm thick, it can be classified as a thin plate, thus justifying
the discrepancies between the actual and predicted bending capacities.
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Figure 4.16: EPB: Test vs. analytical approach

Despite the significant underestimation of the ultimate resistance capacity, the analytical
method can be still viewed as a reliable alternative when referring to initial stiffness and plastic
bending resistance estimation. In Table [4.3] are provided the main characteristics of the EPB
specimen estimated through the component method.

Active components

cfb cwt epb bwt
rowl row2 rowl row2 rowl row2 rowl row?2

bt CcWC bfc

FR, [KN] 2257 191.1 3846 224 1645 103.1 368.8 199.5 152.6 4024 429.5

Fry [KN]  274.8 2263 4824 281.1 1964 169.7 461.7 2498 169.6 4669 537.7

k; [mm)] 11 11 55 5.5 1.8 1.8 oo oo 6.67 7.7 oo
ks [mm] 022 022 55 55 0036 0.036 oo 6.67 7.7 oo
Mgy [KNm] 24.78

Plastic Bolt row 1: End-plate in bending

Failue Mode Bolt row 2: End-plate in bending - Mode 1

Mg, [KNm] 31.56

Ultimate Bolt row 1: End-plate in bending

Failure Mode Bolt row 2: End-plate in bending - Mode 2

Sj,ini [kNm/rad] 3063.7

S5t [kNm/rad] 111.25

Table 4.3: EPB - Resistance and stiffness estimation
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Unlike the previous case, the analytical prediction of the M — ¢ curve for the CFB specimen
seems to be in a remarkable agreement with the one experimentally assessed. An undeniable
fulfillment of all validation criteria is depicted in Figure {.17]
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Figure 4.17: CFB: Test vs. analytical approach

The component method provides very accurate estimations for the plastic and ultimate bend-
ing capacity, despite the fact that the failure modes reported in Table [4.4] are similar to the ones
observed on the EPB specimen.

Active components

cfb cwt epb bwt
rowl row2 rowl row2 rowl row2 rowl row?2

bt CWC bfc

FRp [KN] 2257 191.1 384.6 224 3052 226 368.8 1995 152.6 431.6 674.6

Fry [KN] 2748 2263 482.4 281.1 339.1 339.1 461.7 249.8 169.6 499.6 844.7

k; [mm)] 11 11 5.5 55 19.6 19.6 - - 53 8.6 -
ks [mm] 022 022 011 0.11 0393 0.393 - - 0.106 0.17 -
Mgy [KNm] 37.19

Plastic Bolt row 1: Column flange in bending

Failue Mode Bolt row 2: Column flange in bending - Mode 2

Mg, [kKNm] 44.93

Ultimate Bolt row 1: End-plate in bending

Failure Mode Bolt row 2: End-plate in bending - Mode 2

S j.ini [kKNm/rad] 5407.3

S s [KNm/rad] 108.15

Table 4.4: CFB - Resistance and stiffness estimation
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Reference is made once again to the T-stub model, as the ultimate failure mode is associated
to yielding and high plasticity development in the end-plate. Nevertheless, in this case, the end-
plate is 18 mm thick, hence is in the usual thickness ranges for which the T-stub model have been
calibrated. The results are confirming what was previously stated on the reliability of the T-stub
model. The conclusions to be drawn are concerning the limitations and the applicability of the
T-stub model for thin plates.

The application of the component method to the specimens with welded connections did not
require any substantial computational effort, mostly due to the simple joint configurations. Since
for these specimens generally one or two components were activated, the results will be reported
only in terms of overall plastic bending resistance and initial stiffness (if there is any).

Figure illustrates the comparison between the analytical prediction and the actual be-
haviour of the BFC specimen. As a reminder, this specimen consisted of a welded connection
between two beams and a fully stiffened column. Therefore, the only active component that can
be identified is the beam flange in compression. Indeed, in the design phase of this specimen, the
main objective was to create a joint for which the failure component would be the bfc .
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Figure 4.18: BFC: Test vs. analytical approach

According to Eurocode 3, the beam flange in compression component is assumed to have
an infinite initial stiffness. The bending resistance of this component is associated entirely to
the beam resistance capacity. Accordingly, the bending capacity of the joint becomes directly
a function of beam’s characteristics. When a beam of class 1 or 2 cross-section is welded to a
stiffened column, the ultimate bending capacity will overpass the plastic one, as for these cross-
section classes it is assumed that the plastic resistance can be reached without the occurrence of
buckling phenomena and further plasticity can develop. This situation have been encountered
for the BFC specimen, for which the IPE 180 profile of the beam is a class 2 cross-section,
thus allowing to account for the plastic resistance of the section. A plastic bending capacity
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of Mg, = 72 KNm have been estimated in this case, whilst the ultimate resistance, considering
the ultimate strength of the material, is Mg, = 91.9 kNm. Although the values for the bending
resistances are in a good agreement with the ones reported from the test, the full behaviour of
the joint is of great complexity in this case, because it depends entirely on the response of the
beam. The rotation capacity of the joint becomes a complex matter that will not be addressed
in this study. However, for the sake of completeness, in Figure 4.18] an "expected" post-plastic
behaviour of the joint is represented with the dashed blue line. An arbitrary value for the ultimate
rotation ¢,, which is in line with the expectations has been chosen.

Due to complexity related to the buckling phenomena, the analytical prediction for CWC
specimen is very conservative, when compared to the physical test results. When assessing the
capacity of the joint following closely the approach proposed by Eurocode 3, represented in Fig-
ure [4.19 with a blue line, the "plastic" bending resistance of the joint is greatly underestimated.
Since the failure of the joint in this case is associated to the buckling of the column web, the
plastic bending resistance stands for the ultimate bending resistance as well. After reaching its
buckling capacity the joint is assumed to not exhibit any resistance, thus the ultimate rotation
capacity is reached when buckling occurs.
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Figure 4.19: CWC: Test vs. analytical approach

It is worth noting that in Eurocode 3, the analytical formulae adopted for the characterization
of cwe component tend to provide very conservative results, as they imply the use of maximum
expected initial imperfections. The latter are leading to great buckling reduction factors (p)
and consequently to reduced resistance capacities. In Figure with a black dashed line is
represented the behaviour of the joint considering the buckling reduction factor p = 1. It is easily
noticeable that the joint behaviour is closer to reality in this case, highlighting the influence of
great initial imperfections that are considered in Eurocode 3.
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4.2 Finite element model

Physical tests performed on full-scale joints represent the most reliable source of information
when the behaviour of joints is investigated. However, such experiments are most of the time
economically inefficient and challenging to perform in a controlled manner due to the limitations
of the specific instrumentation. Moreover, through an experimental test it is difficult to capture
and investigate all parameters of concern, such as the energy dissipation, stress distribution or
strain rate effects. Numerical simulations are usually used to overcome such challenges. These
models can be used as an alternative inexpensive and robust tool, that allows for the investigation
of local effects that are otherwise difficult to be estimated through physical tests. Furthermore,
using the numerical simulations, one can generate extensive parametric studies, allowing for the
investigation of a specific parameter influence on the overall response of the joint in an econom-
ically efficient manner.

Nonetheless, a reliable numerical simulation implies a beforehand validation of the model.
Generally, when the joint behaviour is investigated using FE solutions, the model is considered
to be validated when it is able to predict accurately the global and local response of the joint,
including the failure mode experimentally observed.

In order to validate a numerical model that would be used subsequently for the investigation
of strain rate effects under dynamic loads, FE models for all five specimens were developed using
the commercial FE software Abaqus 2016. The main goal is to validate the numerical models
against the results of the physical tests performed under quasi-static loading conditions and to
prove the reliability of such a tool for further investigations.

In FE simulations an incremental procedure is used generally to solve the non-linear response
of a system. In Abaqus, for static analyses, the convergence of the solution is met by using
the iterative Newton-Raphson method for solving the non-linear equilibrium equations. For the
applications implying transient dynamic situations, the Newton-Raphson method is replaced by
two different solvers: implicit and explicit. In this particular case, the quasi-static tests on the
beams-column assembly were simulated as a static analysis using Abaqus/Standard.

4.2.1 Geometry and discretisation

By exploiting the symmetry, only ! /4”’ of the physical specimen has been modelled, allowing for
the reduction of the overall computational effort. Solid elements were used for all constitutive
elements of the assembly. The parts were modelled using the actual geometrical properties of the
profiles provided in detail in (Hoffmann et al., 2016). A detailed view of one of the FE models
(RJ specimen) is provided in Figure 4.20}
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Figure 4.20: FE model of the RJ specimen

The welds were modelled as triangular parts and the bolts were modelled as having a smooth
shank, thus not including in the model the threads. The threaded portion of the bolt was modelled
using a diameter of 14.1 mm, that would simulate the resistant area of the bolt. The nuts and
the washers used for the real assembly were explicitly modelled using the nominal geometrical
properties.

VRN,
TR

(a) Mesh density (b) Bolt detailed view

Figure 4.21: Specific parts of the FE model

Figure {4.2T4| depicts the mesh density of the model. A more dense mesh was assigned to
the regions were local effects are more likely to occur, thus, the end-plate and the region in the
immediate proximity of the connection has been discretised with more reduced elements. A
coarser mesh has been applied to the regions corresponding to the beam’s midspan and to the
beam’s free end. Generally, a minimum number of 3 elements over the thickness was assigned
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for all plates of the joint. Mesh seeds of 4 mm were applied to the parts of the model in the
regions with high density mesh. Mesh seeds of 2 mm were used for the bolts.

Because the model provided results in a good agreement with the ones obtained through the
physical test, the mesh density was considered to be adequate. However, some mesh sensitivity
studies were conducted additionally and the results have shown that a mesh refinement would
minimally affect the results. Solid C3D8R 8-node linear brick elements with reduced integration
were used for the entire model, except for the welds and the profiles’ root radius region, where
C3D6 wedge elements have been used.

4.2.2 Materials

The non-linear behaviour of the material is included in the FE simulation by specifying a non-
linear stress-strain relationship for material hardening. The elasto-plastic behaviour of steel was
implemented in the numerical model based on the engineering stress-strain curves previously
presented. A modulus of elasticity of 210 GPa was considered for all the materials, even if from
the tests performed on coupons the values of the modulus of elasticity were slightly bellow this
standard used value.

The engineering stress and strain measured during the coupon tests do not account for the
changes in the cross-sectional area of the sample in plastic region. Based on the initial area of
the coupon, the engineering stress - strain curves descend after the bearing capacity of the sample
is reached as the tensile resistance decreases in-time with the reduction of the cross-section. To
overcome this issue, the concept of true stress - logarithmic plastic strain curves is introduced,
the latter are based on the actual area of the sample and, as opposite to the engineering ones,
continues to ascend until the fracture point.

The engineering stress - strain curves are converted into the true stress - logarithmic plastic
strain using the following expressions:

Otrue = Geng(l + 5eng) (4-46)

Errue = IN(1 4 €eng) (4.47)

where 0,,¢ and €., are the engineering stress and the corresponding engineering strain, respec-
tively.

Subsequently, the true plastic strain is derived by simply extracting the elastic strain from the
total true strain:

Otru
Epl = Etrue — % (4.48)
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Figure 4.22: Conversion of engineering stress - strain curve into true stress - true strain

The welds were assigned the same material parameters as the base material of the profiles, as
well for the stiffeners. Because no coupon tests were performed on the bolts material, the values
for the yield strength and the ultimate strength were considered the ones reported by Hoffmann
et al. (2016) (fy=1020 N/mm? and f,=1080 N/mm?) for similar 10.9 bolts grade and material
behaviour was implemented through a bi-linear model.

It is worthy to mention that the damage evolution and failure criteria were not implemented
in the material model, this representing a potential complement in the future work on this topic.

4.2.3 Loading and boundary conditions

The boundary conditions play a crucial role when the reliability of a model is assessed. The
physical restrains of the test setup have to be accurately replicated in the numerical model. Aim-
ing at providing the appropriate restrains, the following boundary conditions were applied to the
numerical model:

- the beam is simply supported at its end, thus the vertical displacement of the beam at the
level of its extremity has been restrained;

- lateral supports were provided at the level of beam’s stiffeners, in order to prevent the loss
of stability and the lateral torsional buckling of the beam;

- symmetry boundary conditions were applied along the two symmetry planes.
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Lateral Torsional Buckling
Restraints U2=0

Support conditions
U3=0

Figure 4.23: Boundary conditions

The vertical monotonic force simulating the force applied by the hydraulic jack has been
applied in the numerical model using a displacement control option. The maximum value of the
induced displacement was set to the one registered during the physical test and corresponding to
the specimen’s failure.

Because the bolts were only snug tight, the pre-tensioning of the bolts was not considered in
the following simulations.

4.2.4 Interactions and contact

Three different types of interactions between the elements of the system have been defined in
the FE model. Tie constraints were used to connect the elements between which no relative
displacement is allowed. Therefore, this constrain was used to connect the welds to the beams,
the beams to the end-plates, the stiffeners to the beams and to the columns, and the loading plate
to the column.

The contact between different parts of the assembly has been modeled through a contact in-
teraction. A surface-to-surface type of contact has been defined for the interaction between
several contact pairs: bolt-heads and end-plates, bolt shanks and bolt holes of end-plates and
column flanges, nuts and column flanges,and end-plates and column flanges. The normal direc-
tion behaviour has been defined using a "Hard contact" property, that does not allow the inter-
penetration of the surfaces in contact. For the tangential direction a Coulomb friction model with
a penalty formulation has been applied. A friction coefficient of 0.3 was adopted for all contact
pairs in the model.
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4.2.5 FE model validation

As previously stated, the numerical models were considered to be reliable when the global and
local response of the joint was accurately captured when compared to the one experimentally ob-
served. In order to validate the models, the response of the specimens was compared in terms of
global force-displacement curve and failure mechanisms. For most of the specimens, a generally
good agreement has been observed between the two methods. The FE simulations provided gen-
erally accurate predictions for the behaviour of different joint configurations under quasi-static
loading conditions.

This section provides the comparison between the physical tests and the FE simulations. It
can be easily noticeable that for the situations where no buckling phenomena are expected to
occur, the FE simulations were able to capture accurately the initial stiffness of the joints and
their plastic resistance. Additionally, the expected failure modes have been captured as well,
representing a supplementary validation criteria.

4.2.5.1 R]J specimen

The FE model of the RJ specimen captured with a high accuracy the initial rotational stiffness
of the joint (note that the initial stiffness in the numerical model follows closely the loading-
unloading path). The strain-hardening stiffness of the real specimen proved to be somehow
bigger than the one exhibited by the numerical model. However, the difference is not significant
and the numerical simulation captures the global failure mode by high plasticity development in
the column flange, beam top flange and the end-plate.
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Figure 4.24: RJ specimen: FE simulation vs. Experimental test
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Figure [4.24] depicts the validation of the FE model for the RJ configuration. The compari-
son is made between the physical test and the numerical simulation in terms of global force-
displacement curve and failure mode.

4.2.5.2 EPB specimen

The EPB specimen was modelled in Abaqus based on the RJ model, the only modification made
being the thickness of the end-plate and the adjustment of the beam’s length, respectively. As
expected, based on the previous experience, the results provided by the numerical model are in
a good agreement with those obtained from the test. The initial rotational stiffness of the joint
is captured with high accuracy and the failure mode is associated to the failure of the "end-plate
in bending" (epb) component at the level of both bolt rows, confirming the reliability of the FE
model. The validation of the model is illustrated in the figures bellow by comparing the overall
response of the joint obtained through physical and numerical tests.
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Figure 4.25: EPB specimen: FE simulation vs. Experimental test

4.2.5.3 CFB specimen

For the CFB specimen, once again, modifications have been implemented in the RJ model, in
order to achieve the final geometry of the CFB specimen. Therefore, the thickness of the end-
plate has been increased from 15 to 18 mm and the beam’s length has been adjusted in order to
comply with the overall setup limitations. The reliability of the FE simulation is proven for an
additional time by observing the agreement between the results in the figure bellow.

54



200 ~

180 A

160 A

140 4

Force, F [kN]
w S D
(=] (=] (=}

—— Experimental test

— Simulation

[
<
L

i
o
.

20 1

0+ T T T T
0 10 20 30 40

Displacement, A [mm]

(a) Force-displacement curve (b) Test failure mode (c) FE failure mode

Figure 4.26: CFB specimen: FE simulation vs. Experimental test

4.2.5.4 BFC specimen

Additional modifications were performed on the RJ numerical model in order to achieve the
general layout of the BFC specimen. The beam was directly welded to the column’s flange and
two 12 mm thick stiffeners were added on the column’s web. The FE simulation captured the
initial rotational stiffness of the joint and it’s strain-hardening stiffness as well. The difference
between the predicted values of the resistance capacity and the experimentally recorded ones is
negligible, a general agreement in the joint’s response being achieved and depicted in Figure
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Figure 4.27: BFC specimen: FE simulation vs. Experimental test
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4.2.5.5 CWC specimen

Unlike the previous cases, where only ! /4’h of the physical specimen was modelled, due to the
complexity of the buckling related problems, it was decided to model the full assembly for the
CWC specimen. In order to induce a certain buckling mode in the FE model, there was required
to implement some initial imperfections. Prior to the actual static analysis of the specimen,
a Linear Buckling Analysis has been conducted in order to evaluate the main buckling modes
and their correspondent eigenvalues. Based on the parameters obtained through the LBA, a
post-buckling analysis was carried out. The initial imperfections implemented in the model
correspond to approximately 10% of the plates’ thicknesses. The monotonic loading has been
applied in a displacement control manner similarly to the previous cases. Figure [4.28|depicts the
response of the joint assessed through physical and numerical tests.

200 -

—Experimental test
60 4 ——Simulation
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(a) Force-displacement curve (b) Test failure mode (c) FE failure mode

Figure 4.28: CWC specimen: FE simulation vs. Experimental test

The FE simulation captures the initial stiffness of the joint, but slightly overestimates the
buckling load. Numerically predicted buckling load is 11.5% higher than the experimentally
registered one; this can be related to the uncertainties on real imperfections of the profiles or
to the fact that the load is applied with a small eccentricity inducing a "parasite" moment that
is decreasing the column’s web buckling load. Due to the complexity of the model and the
phenomenon involved in the analysis, the analysis crashes after approximately 160 increments.
Convergence related problems are causing the break of the analysis before the experimental
ultimate vertical displacement of the connection is reached, but the results up to this point are
still usable. Moreover, the agreement between the results can be considered as satisfactory as
the difference between the buckling load is not significant and the general failure mode has been
captured by the numerical model.
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5 Behaviour under dynamic loading

The behaviour of steel joints subjected to static loading conditions has been extensively in-
vestigated in the last 50 years. The outcome of the studies allowed the research community
to provide reliable and practical tools to assess the resistance and the rotational stiffness of the
joints. On the other hand, the response under severe dynamic loads has been studied by a limited
number of researchers, generally, a limited amount of information on this topic being available
in the scientific literature. Even though a joint may exhibit adequate levels of resistance and duc-
tility under quasi-static loading conditions, it does not necessarily respond satisfactorily under
severe dynamic loads. Therefore, the enhancement of knowledge on the behaviour of steel joints
subjected to dynamic loads is crucial.

This chapter presents the extension of the experimental campaign to the investigation of joints
response under dynamic impact loading scenario. The effects related to the dynamic transient
character of the loading are quantified through a graphic method relying on the outcome of the
tests under the two loading scenarios (static and dynamic). Additionally, using the experimental
results, a 3D finite element model is validated and used to assess the dynamic effects due to
various levels of loading rates. Essential aspects concerning the material behaviour under severe
impulsive loading are addressed and the modelling assumptions made for the development of the
FE model are presented in detail in the following sections.

5.1 Estimation of the impact force

During testing, the impact force applied on the column head can be accurately captured by using
high frequency load cells. Unfortunately, the laboratory at the Univerity of Liege is not equipped
with a such data acquisition equipment. Theoretically, the average impact force Fj7 can be
estimated according to the impulse-momentum theorem, which is basically the equivalent of the
Newton’s second law of motion and can be expressed based on the velocity of the impactor as

follows: - -

Vimp — Vreb
At

where, m is the mass of the impactor, v;;,, is the impact velocity, v, is the velocity of the

FrAt=mAV = Fr=m (5.1)

impactor at the moment when it rebounds separating from the impacted body and At is the time
of permanent contact between the two bodies during the impact.

Even though the rebound velocity of the impactor has been recorded during the tests, the
moment in time when the mass separation occurs was not explicitly reported. Thus, in this
particular case, the use of this theoretical method is constrained by the lack of experimental data.
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As an alternative to the impulse-momentum theorem, a graphic approach has been developed
and presented by Hoffmann et al| (2016). The basic principle of this method is to predict the
applied impact force knowing the stiffness of the impacted specimen and its maximum and per-
manent displacements during the impact. A reference is made to the static behaviour of the
joints, as their stiffness is derived from the results of the static tests. Moreover, the F — § curves,
reported for the joints behaviour under quasi-static loading conditions, will be employed in the
estimation of the maximum impact force through the procedure depicted in Figure [5.1]
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Figure 5.1: Graphic estimation of the impact force

Starting from the plastic permanent deflection 8¢, the maximum impact force is derived by
simply drawing a line with the same pitch angle as the initial stiffness S; ;,;. The intersection
point of this line with the vertical line corresponding to the maximum measured displacement
Omax represents the value of the applied dynamic force during the test. In Figure Fytar 1
defined as the equivalent static load corresponding to a displacement &y,

The graphic approach may be considered as a rough estimation of the real impact force,
however, despite its simplicity, it tends to deliver similar values with the ones yielded from
the impulse-momentum theorem. A good agreement between the results obtained through both
methods was reported by D’ Antimo et al. (2019) and D’ Antimo| (2020). Additionally, the two
methods were compared to numerical simulations, a good agreement between the results being
achieved, even though it was reported that the two approaches are slightly underestimating the
maximum dynamic force.

The difficulty of predicting accurately the maximum dynamic load associated to the impact
could be readily mitigated by the use of FE simulations. The wide range of output options of the
FE software allows for the prediction of the applied impact force at each incremental time step
of the simulation. This option will be used afterwards when the FE simulations will be employed
to replicate the impact tests.
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5.2 Strain rate effects - analytical prediction

As a definition, the strain rate ¢ is the parameter that describes the strain variation of a material
per time unit, de /dt. Like most ductile materials, it is well known that the strength properties of
mild steel are strongly affected by the loading speed. Under elevated strain rates, steel strength
is enhanced by its visco-plastic behaviour. Consequently, the increase in strength at the material
level leads to secondary effects in the global response of the element subjected to severe dynamic
actions. Previous studies (Grimsmo et al., 2015; D’ Antimo, |2020) highlighted the effects induced
by elevated loading rates to the behaviour of steel elements, enhancing their resistance capacity
under impulsive loading conditions.

Generally, in structural engineering the effects related to the strength enhancement caused
by the loading rate are expressed by means of Dynamic Increase Factors (DIF's). The DIF is,
thus, an "overstrength" coefficient that is used in the applications with elevated strain rates. The
dynamic strength of a structural member is estimated by enhancing its static strength, simply
multiplying it by an appropriate DIF. Two types of DIFs are commonly used by the engineers:
force-based and displacement-based DIFs. The first type is expressing the ratio of the dynamic
load to the static load of the structural system at the same displacement, while the latter is the
ratio of the dynamic to static displacements under the same load. One can identify an additional
DIF at the material level expressed in terms of stresses as:

O,
DIF = —4m

(5.2)

Ostat
where, 0yy, is the dynamic strength and Oy, is the strength obtained under static conditions.
Based on the experimental results, the magnitude of the dynamic effects may be straightfor-
wardly estimated using a force-based DIF. The forces corresponding to the static and dynamic

responses (Fyq and Fyy,) can be readily evaluated by applying the procedure presented in the
previous section. This allows for the estimation of the strain-rate effects as follows:

den

DIF = (5.3)

stat

As presented in section four impact tests were performed on the RJ specimen. Figure
[5.2] depicts the response of the joint under static and dynamic loading conditions. It is easily
noticeable that, for impacts with higher levels of energy, the joint exhibits enhanced plastic resis-
tance capacities. The DIFs for this specific configuration, reported in Table [5.1] range between
1.31 to 1.34, thus a strength enhancement of more than 30% is achieved when the load applica-
tion has a strong dynamic character. For the test conducted in the elastic domain, the DIF is not
computed, as it has a physical meaning only for post-elastic behaviour.
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Figure 5.2: RJ - Static vs. impact tests Figure 5.3: EPB - Static vs. impact tests
Test Amax Aperm Fslat F, dyn DIF Test Amax Aperm Fstal F, dyn DIF
[mm] [mm] [kN] [kN] [-] [mm] [mm] [kN] [kN] [-]
T 273 0.1 387 38.7 - T1  3.87 0 40.6  40.6 -
T2 18.89 6.5 139 182.1 1.31 T2 2936 16.16 115 1386 1.2
T3 2394 1064 146 1955 1.34 T3 3983 25 118.7 155.7 1.31
T4 1982 7.1 141 187 1.33 T4 3247 1833 116.8 1485 1.27
Table 5.1: RJ - DIF estimation Table 5.2: EPB - DIF estimation

The graphic estimation of the forces associated to the impact tests performed on the EPB
specimen is presented in an illustrative manner in Figure [5.3] The DIFs reported in Table [5.2]
highlight the strain rate sensitivity of the end-plate in bending (epb) component. The dynamic
resistance is enhanced by more than 20% when compared to the static one. For the tests with high
levels of plasticity reached in the epb component, a general trend is observed with the increase
of the DIFs concurrently with the increase of the dynamic load.

The CFB specimen has been subjected to a sequence of four impact tests. As can be observed
in Figure [5.4] the joint behaves in an elastic way for the first two tests, as a consequence of
the low energy associated to the impact. However, when subjected to greater impact forces, the
response becomes significantly different when compared to the static reference. When plasticity
develops under impulsive loading, the column flange in bending (cfb) component exhibits a post-
elastic behaviour strongly influenced by the loading rate. This can be concluded judging on the
high values of DIFs reported in Table [5.3 ranging between 1.66 and 1.7 for the plastic impacts.
Moreover, from all basic components treated in the framework of this experimental campaign,
the response of the epb component proved to be the most susceptible to strain rate effects.
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Figure 5.4: CFB - Static vs. impact tests Figure 5.5: CWC - Static vs. impact tests
Test Amax Aperm Fstar F, dyn DIF Test Amax Aperm Fstar F, dyn DIF
[mm] [mm] [kN] [kN] [-] [mm] [mm] [kN] [kN] [-]
T1 2.65 0 469 469 - T1 4.19 0 1335 1844 1.38
T2 5.13 0 90.7  90.7 - T2 5.63 1.3 1552 1905 1.23
T3 18 3.7 152 253.1 1.66 T3 893 42 1428 208.1 1.46
T4 2525 95 163.77 278.8 1.7 T4 11.66 6.5 137.5 227 1.65
Table 5.3: CFB - DIF estimation Table 5.4: CWC - DIF estimation

Unlike the static tests, where the buckling of the column web in compression occurred before
reaching the plastic resistance, during the impact tests, the CWC specimen has shown greater
resistance capacity, mainly due to the fact that no severe buckling was observed. When com-
pared to the static behaviour, the loading rate seems to influence greatly the response of the cwc
component, the dynamic forces being certainly higher than the static corresponding ones. The
discrepancies between the static and dynamic response of the specimen are graphically displayed
in Figure [5.5] Once again, significant values for the DIFs are derived from the tests results, re-
flecting the magnitude of dynamic effects on the cwc component’s post-elastic response. In
Table[5.4] the DIF varies from 1.23 to 1.65, following the general trend observed for the previous
specimens, with the DIFs increasing proportionally to the impact force.

The behaviour of beam flange in compression bfc component proved to be somehow not
affected by the loading rate. Figure [5.6] depicts the outcome of the tests conducted under the
two loading scenarios. If for the previous basic components the strain-rate effects were clearly
affecting the post-elastic behaviour, in the case of bfc component the influence is rather modest
to non-existent. The DIFs reported in Table [5.5] vary within a very narrow range concentrated
around the value of 1.
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Amax Dperm  Fgar  Fayn  DIF
[mm] [mm] [kN] [kN] [-]
T 252 0 131.5 1315 -
T2 13.46 8 266 285 1.07
T3 21.1 1586 2815 273 097

Test

Table 5.5: BFC - DIF estimation

Considering the very modest values of the DIFs reported for the BFC specimen, the conclusion
that may be drawn is that the behaviour of the bfc component is not significantly influenced by the
loading rate. This insensitivity to the strain-rate effects can be related to the stiffness associated
to this component. Being a very stiff component, with an infinite stiffness when referring to
the prescriptions of Eurocode 3, leads to very small strains associated to the deformation of this
component, limiting thus the development of effects related to the strain-rate.

5.3 Finite element model

This section provides the main aspects concerning the assumptions made to apply the FE methods
in the investigation of steel joints subjected to impact loads. The use of the FE models calibrated
for the static tests has been extended to dynamic applications. The accuracy and the reliability
of the model has been verified using the physical tests results reported in section [3.5.2] In order
to account for the strain rate effects, some specific assumptions have been made for the material
behaviour. A material model that accounts for such effects has been previously calibrated by
D’ Antimo et al. (2019), and employed in current numerical models.
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Unlike the simulations for quasi-static loading conditions, the impact simulations have been
performed using an explicit solver. The reason behind the switch from Abaqus/Standard to
Abaqus/Explicit is related to the computational effort. The analyses conducted with explicit
solvers are proved to be more efficient in terms of running time. This enhanced efficiency is
mainly stimulated by the procedure used to integrate the equations of motion. The solution for
one time step is derived from the kinematic conditions of the previous time increment, thus,
the convergence of the solution is met in relatively shorter times when compared to the implicit
integration scheme.

As mentioned in the software’s documentation: "Abaqus/Explicit is a special-purpose analy-
sis product that uses an explicit dynamic finite element formulation. It is suitable for modeling
brief, transient dynamic events, such as impact and blast problems, and is also very efficient for

highly nonlinear problems involving changing contact conditions, such as forming simulations"

(Simulia [20T53).

5.3.1 Model description and modelling assumptions

As presented in section [4.2] the test specimens were numerically modeled in a 3D environment
using the commercial finite element software Abaqus 2016. The FE models used for the simula-
tions of quasi-static tests were subjected to several modifications in order to extend their use for
dynamic applications. The main features of the FE model are detailed in Figure[5.7]

Dropped mass
Discrete rigid body

LTB restraints

Supports o
U3=0

L,

Figure 5.7: FEM detail

As an addition to the models built for the simulations under quasi-static loading conditions,
a new part simulating the dropped mass has been modeled as a 3D discrete rigid body. An
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isotropic inertia with the properties of the dropped mass has been assigned to the discrete rigid
body. The choice of modelling the impactor as a discrete rigid element was driven by the fact
that the deformations and the stress state of this part are not of much concern to this specific
application. A considerable advantage of using a discrete body is related to the computational
efficiency. For such a part, only a small computational effort is required for the description of
its motion and the evaluation of the concentrated/distributed loads. Moreover, having the inertia
properties concentrated in the reference point of the rigid body, its motion is determined only
based on the reference point, hence, reducing the overall computational time.

The mesh density used to discretise the models for quasi-static tests has been kept unchanged.
The only modification made was the switch from a standard element library to an explicit one,
as the impact tests were simulated with an explicit solver. The entire model contained approx-
imately 60 000 elements for the specimens with bolted connections and around 47 000 for the
welded ones.

The boundary conditions replicating the actual support conditions were described in section
4.2.3]and were not subjected to any additional modifications. The interaction properties between
the different parts of the model have been kept unchanged as well, but an additional one had to
be introduced for the contact between the dropped mass and the loading plate. Accordingly, on
the contact surface between the two parts was defined a surface to surface contact, with a "Hard
contact" definition in the normal direction.

The dropped mass has been initially placed in direct contact with the loading plate, as it can be
noticed in Figure[5.7] In order to simulate the impact, the inertia properties of the mass employed
in the physical tests were assigned to the 3D discrete rigid body. The corresponding impact speed
Vvimp that has been measured in the experimental tests was set as the initial velocity to the dropped
mass in the numerical model.

Aiming at simulating with high accuracy the physical tests, a special attention had to be paid at
the eigendynamics of the system. From the impact tests results reported in section [3.5.2]in terms
of displacement vs. time curves, it is easily noticeable that after the first impact and the rebound
of the mass, the test specimens entered in a free vibration phase. Once entered in this range, the
vibration amplitude of the system starts to decrease in time due to the loss of vibration energy.
This loss of energy is mainly associated to the internal and external energy dissipation, through
friction, viscosity or plasticity. This phenomenon is illustrated in Figure[5.8|for a typical response
of the test specimens during the impact tests. For the sake of consistency, the 4™ test performed
on the RJ specimen has been chosen for this exemplification, as the vibrational characteristics
of the system are strongly accentuated for this specific test recording. Even though the time
duration of the impact and free vibration phase, respectively, is very short, corresponding to a
transient dynamic event, the damping of the free oscillations is still playing an important role
when the motion of the specimen is investigated. In Figure[5.8|the damping effects are illustrated
by the red dotted line which signifies the signal decay in time.

64



—_
(=2}

Free vibration phase

|
| A
e 7] e
1 e i /Signal decay
Tl

—
B~
L

—
L]
L

—
[}

Vertical displacement [mm)]

0 0.02 0.04 0.06 0.08 0.1
Time [s]

Figure 5.8: Typical vibrations evolution

In structural engineering for dynamic applications, usually, the damping characteristics of a
system are denoted by means of damping ratios §. Abaqus allows for the consideration of damp-
ing through a mass and stiffness proportional damping formulation. Basically, this formulation
corresponds to the classical Rayleigh damping model, for which the damping matrix [C] is pro-
portional to the mass and stiffness matrices through the o and 8 proportionality coefficients as

shown in eq. [5.4]
[C] = a[M] + B[K] (5.4)

Once having the proportionality constants o and f3, the damping ratio of a certain vibration
mode i can be expressed as follows:
1 ;

= (04
20; +2

Gi (5.5)

where, @; is the circular frequency associated to the vibration mode.

The proportionality constants are by definition assessed based on two vibration modes. Con-
sequently, the damping ratio relies on the parameters estimated from two different vibration
modes. However, as a simplification of the problematic related to damping phenomena, the an-
alyzed structure comprising of the assembly beams-column can be considered as a generalized
single degree of freedom (/DOF) system. This assumption allows to characterize the damping
of the system through a single proportionality parameter. Therefore, the damping can be defined
either as mass proportional, or as stiffness proportional.

In the current case, a mass proportional damping has been incorporated in the FE model. The
mass proportionality constant & was introduced at the material level and was estimated form eq.
as:

o= 2&1 (0] (5.6)
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where, &; is the damping ratio of the first mode of vibration and @ is the natural circular fre-
quency of the specimen.

The natural circular frequency of the system was estimated based on the experimental time-
history recordings. As depicted in Figure [5.9] the natural period of vibration 7; was measured
as the time interval between two consecutive vibration peaks. Consequently, the natural circular
frequency could be estimated as:

w; =271 (5.7)
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Figure 5.9: Estimation of natural period 7;

The damping ratio was estimated from the time-history recordings based on the logarithmic
decrement of the displacement between two consequent amplitude peaks. For low values of
damping, one can assume that the natural circular frequency of the undamped system ), is very
similar to the one of the damped system w,; and considering that the motion decay follows a
decreasing exponential law as:

u(t) = +Ae 5 (5.8)

it can be assumed that the damping ratio can be expressed as:

_ 9
Y

&1 (5.9)

where, 9§ is the logarithmic decrement estimated from the free vibration phase according to eq.

5. 10;
Un

n+1

0=In

(5.10)

As an alternative to the procedure descried above, an estimation of the natural circular fre-
quency of the system may be achieved by assuming the specimen as being a simply supported
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beam with continuous inertia properties. In theory, the natural circular frequency of such a sys-
tem can be derived from the following expression.

Elg
w; =9.87\/ — 5.11
1 LA (5.11)
where, E is the elastic modulus of the material, / is the moment of inertia of the beam, w is the

self-weight per unit length and g is the gravitational acceleration.

The assumption of having a constant weight distribution on the length of the equivalent simply
supported beam requires the distribution of the "concentrated" weight coming from the column.
Based on the column cross-sectional dimensions, its total weight is roughly estimated to be
around 34 kg/m. The IPE 180 profile has a weight of 18.8 kg/m. The loading plate welded to the
column head weights approximately 6.7 kg. Therefore, the total weight distributed on the length
of the equivalent beam will be:

0.34-0.46 0.067

Weg = 0.188 + 3 + 3 = 0.36 kKN/m (5.12)

Accordingly, if to consider the moment of inertia corresponding to an IPE 180 profile, the
natural circular frequency yields:

= 1603.3 rad/s (5.13)

o _987\/2.1-105-1.317-107-9.81-103
e 0.36- 1300%

this value corresponding to a natural frequency f; = 255.1 Hz and a natural period of vibration
71 = 3.9 ms.

The representative parameters used for the estimation of the mass proportionality constant o
for all the test specimens are summarized in Table [5.6]

T h o) &1
[ms] [Hz] [rad/s] [%]

RJ 9.5 105 6597 19 25.07
EPB 9.8 102 641.1 098 1257
CFB 10.1 99 622 24 29.86
BFC* 4.9 200.7 1261 5 126.1
CWC 5 200 1256 4.7 118.06

Specimen

Table 5.6: Mass proportionality constant estimation

*Note: In order to assess the eigendynamics of the BFC specimen, a modal analysis has been
conducted in Abaqus, as the test time-history recordings of this specimen were not accurate for
the free vibration phase.

It is noticeable that for the specimens with welded connections (BFC and CWC) the natural
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circular frequency is similar to the value computed analytically in eq. [5.13] even though the
analytical method is a very rough estimation in this case. The bolted specimens (RJ, EPB and
CFB) are less stiff when compared to the welded ones, mainly due to the fastening method and
the possibility to develop small relative displacements between the members of the system. As a
consequence, a higher natural period of vibration is exhibited by the specimens. It is worthy to
mention that the estimated values for the damping ratios &; are not exceeding the threshold value
of 5%, which is frequently used in structural engineering for seismic design applications.

5.3.2 Material modelling at high strain rates

As previously mentioned, the loading rate may have significant effects on the material post-
elastic behaviour. The strain rate sensitivity may vary from material to material function of the
latter’s crystallographic structure, chemical composition or even thermal conditions. Although,
the steel is a well-known strain rate sensitive material and during the 20" century numerous
studies were conducted around the definition of its rate sensitivity law. However, in structural
engineering, the use of such formulations is rather limited do to their complexity.

Reference is made once again to the DIF, when a simplified way to account for the strain rate
effects is sought. The high strain rate enhancement in the material strength is, thus, defined as the
ratio between its dynamic strength, oy, to the strength obtained under static conditions, Oyg;:

Odyn

DIF = (5.14)

Ostat

When FE solutions are employed in the investigation of structural elements subjected to tran-
sient dynamic events, the accurate definition of the material behaviour becomes a crucial con-
cern. Various empirical models can be used to represent the material behaviour for a wide range
of strain rates. Among the most used constitutive models for metallic materials which account for
the strain rate sensitivity are the Johnson-Cook model (Johnson and Cook, |1983) and Cowper-
Symonds formulation (Cowper and Symonds), |1957). The latter is a widely used rate-dependent
formulation expressed as a power law as follows:

1
£y 0\ 9
Odyn = Ostat |:1 + (ﬁ) :| (5.15)

where, ¢, is the plastic strain rate, D is the viscosity parameter and q is the strain rate hardening
parameter.

From eq. [5.14] the expression for the Cowper-Symonds material law can be simply rewritten
as:
Odyn = Ostar DIF (5.16)

1
q

where,  DIF =1+ (%”) (5.17)
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Abaqus allows for the implementation of Cowper-Symonds constitutive law by defining a
power law as eq. Therefore, its application requires the knowledge of specific material
parameters, which, unfortunately, can be estimated only on the basis of experimental data. Due to
the fact that dynamic tests on the coupons extracted from the test specimens were not conducted,
the material parameters were taken from available literature sources.

D’ Antimo et al.| (2019) calibrated the material parameters D and ¢ for steel with similar ma-
terial properties. Through a nonlinear least-squares method, the parameters were calibrated for
a series of 18 tensile tests on S355 steel coupons. The deformation rate applied in the tensile
coupon tests ranged between ¢ = 0.001 1/s (considered as the static reference strain rate) and
¢ = 5 1/s. Through the calibration against test results, the values ¢ = 6.17 and D = 8480 1/s
were set for the Cowper-Symonds formulation. A general good agreement between the exper-
imental and numerical results was reported, confirming the applicability of these parameters in
FE simulations.

5.3.3 FE results and discussion

The investigation of the dynamic response of steel joints has been carried out on three FE models,
one for a bolted connection (RJ) and two for welded connections (CWC and BFC) respectively.
The results obtained through the FE simulations were compared to the ones of physical impact
tests in terms of displacement - time curves. A general trend of overestimating the actual periods
of vibrations is observed. However, for the welded connections it seems that the numerical
simulations predicted with a good accuracy the values for maximum and residual permanent
displacements.

The comparison between the real specimen response and the one assessed from the FE sim-
ulations is depicted in Figures [5.10] and [5.11] for the specimens with welded connections. The
simulations conducted on the impact tests for the BFC specimen provided generally accurate
values for the maximum and permanent displacements, the overall behaviour being similar to
the experimental one. Some differences are observed in terms of periods of vibration, which are
slightly overestimated in the simulations for both types of tests: elastic and inelastic impacts.

The simulations on the CWC specimen were able to capture with a very good accuracy the re-
sponse of the joint during and after the impact. As presented in Figure[5.11] a good agreement is
met for the characteristic displacements of the joint and for the periods of vibration as well. The
assumptions made on the damping characteristics of the system are confirmed by the agreement
between the signal decay for the free vibration phase for all the tests simulated. Further investi-
gations conducted on the levels of impact forces could deliver more comparison criteria for the
validation of the model. However, as a preliminary conclusion, the numerical model proved to be
an accurate tool for the estimation of the overall behaviour of the specimen tested under impact
for its elastic and inelastic response.
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Figure 5.10: BFC specimen - Tests vs. FEM  Figure 5.11: CWC specimen - Tests vs. FEM

Unlike the welded specimens, for the bolted joints the accurate simulation of the real be-
haviour proved to be much more complex. The FE model developed for the RJ specimen pro-
vides very different results when compared to the experimental ones. The discrepancies between
the periods of vibration are very conspicuous in this particular case. The author has tried mul-
tiple modelling approaches in order to bring the results in line with the expectations. However,
it seems that although the model provided very accurate results for quasi-static simulations, the
extension of its applicability to dynamic loading scenarios requires further investigations. In
Figures [5.12a] and [5.12b] the comparison in terms of displacement-time curves is displayed. It is

easily noticeable that the results delivered by the numerical simulations are not much reliable for
both terms of comparison: displacements and periods of vibration.

24 55 -
2 - 26
20 7 \“ Test: T1 24 - i Test; T3
\
i k ----FEM: Tl 22 \ - - - -FEM: T3

20 2 \ Test: T4
18 \ 4 % =i EME T

Test: T2

x == HEM T2

14 4

i \ SR

12 14

Vertical displacement [mm]
=

Vertical displacement [mm]
]

8 - 10 A
61 81
.
4 -
4 4
27 . 2 1
07 TR mt s o < 0 . ‘ ‘ ‘ : :
5 0.01 ~-0.02 ~70.03 0.04 0.05 0.06 o — P — - — 006
Time [s] Time [s]
(a) Tests T1&T2 (b) Tests T3&T4

Figure 5.12: RJ specimen - Tests vs. FEM

For the sake of completeness, the results obtained using the FE solutions have been confronted
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to the ones assessed from the experimental data in terms of impact forces. The impact force
estimated on the basis of experimental recordings are presented in detail in section [5.2] where a
graphic approach was employed. A comparison between the forces graphically estimated and
the ones assessed through FE simulations is presented hereinafter.

The impact forces numerically assessed were extracted from the FEM results as the reaction
forces at the level of the supports. Due to the dynamic nature of the loading conditions and
the vibrations of the system, the evolution in time of the reaction forces is a signal with a high
noise content. In order to mitigate the noise effects, the signal was filtered through a zero-phase
digital filtering procedure. The so filtered signal served as a reference for the estimation of the
maximum impact force arisen during the impact F,,,. The procedure used to asses the maximum
impact force from the FE results is graphically illustrated in Figures [5.134]- for the impact
tests conducted on the BFC specimen.
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Figure 5.13: BFC - FE impact force estimation

For the inelastic impacts, i.e. tests T2 and T3, the forces estimated through the graphic method
are very close to the ones predicted by the numerical simulations, even though slightly overes-
timated. On the contrary, for tests conducted in the elastic range the graphic method seems to
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underestimate the maximum impact force. The comparison between FE simulations and the
graphical method is provided in Table[5.7] It is noticeably that when comparing the DIFs esti-
mated using the two approaches, the values are similar for the inelastic impacts. Surprisingly,
the FE simulation tends to overestimate significantly the maximum force for the elastic impact,
leading thus to an unjustified value for the DIF.

Test Amax,exp Aperm,e)cp Fstar den,GR den,FEM DIFGgg DIFrgpm
[mm] [mm]  [kN]  [kN] [kN] [-] [-]
T1 2.52 0 131.5 1315 182.3 - 1.38
T2 13.46 8 266 285 268.9 1.07 1.01
T3 21.1 1586 2815 273 286.1 0.97 1.01

Table 5.7: BFC - Impact force and DIF estimation

Similarly, the maximum impact force was estimated for the CWC specimen and reported in

Figures [5.14a-[5.14d] A good agreement between the graphical method and the FEM solutions
is achieved in this specific case for all the range of performed tests.
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A brief survey of the results collected from the two computational approaches is reported in
Table [5.8] The FE model proved to be the most reliable in the prediction of the cwe component
behaviour when subjected to impulsive loading. Generally, the difference between the maximum
impact forces predicted using the two method did not exceed 8%.

Amax,exp Aperm7exp Fstar den,GR den,FEM DIFgg DIFrgm

Test

[mm] [mm] [KN]  [kN] [kN] [-] (-]
T1 4.19 0 133.5 184.4 170.3 1.38 1.28
T2 5.63 1.3 155.2 190.5 199.8 1.23 1.28
T3 8.93 4.2 142.8 208.1 224.5 1.46 1.57

T4 11.66 6.5 137.5 227 234.3 1.65 1.70

Table 5.8: CWC - Impact force and DIF estimation

Although the FE model of the bolted connection proved to be not accurate for transient dy-
namic events, for the sake of completeness, the procedure described above was performed for the
RJ specimen as well and the estimation of maximum impact forces is depicted in Figures[5.154]
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Figure 5.15: RJ - FE impact force estimation
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Once again, considering the undeniable differences between the two methods, the reliability
of the FE model becomes disputable. In Table[5.9)a summary of the outcome concerning the RJ
specimen is provided. Despite the fact that the simulations under quasi-static loading were able
to predict accurately the overall behaviour of the joint and even the failure mode, in the case of
dynamic simulations the results are deviating significantly from what would be expected.

Amaxexp  Dpermexp  Fstar  FaynGR  FaynpEm DIFGr  DIFppy
[mm] [mm]  [kN] [kN] [kN] [-] [-]
T1 2.73 0.1 38.7 38.7 65.6 - 1.69
T2 18.89 6.5 139  182.1 148.6 1.31 1.07
T3 23.94 10.64 146 195.5 150.6 1.34 1.03
T4 19.82 7.1 141 187 150 1.33 1.06

Test

Table 5.9: RJ - Impact force and DIF estimation

As a concluding remark, the FE models proved to be a reliable tool when the behaviour of
welded steel joints under quasi-static and dynamic loading is investigated. The graphic method
used for the estimation of the impact force on the basis of experimental data can be used as an
efficient alternative method, as the results reported in this paper and additionally in open scientific
literature sources (D’ Antimo et al., 2019; D’ Antimo, 2020) are, in most of the cases, close to
reality. In the case of bolted connections, the extension of applicability of the FE models from
quasi-static to impact loading conditions requires further investigations on the eigendynamics
and the inertia properties of the system, as the period of vibration is dependent on the system’s
mass and stiffness.
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6 Conclusions and recommendations

The main objective of this study was to investigate the response of steel joints subjected to
dynamic impact loading. The loading rate can influence significantly the behaviour of a joint,
as the steel’s mechanical properties are highly sensitive to the load application speed. This the-
sis aims at highlighting the strain rate effects on the performance of specific joint components.
Three different approaches were employed for the achievement of these objectives: experimental,
analytical and numerical.

The results gathered from experimental campaigns conducted in the framework of the research
project RobustImpact served as the reference database in this study. Consequently, the data
available for five beam-to-column joint configurations was used to investigate the behaviour of
such connections under quasi-static and impact loading conditions. To characterise the response
of steel joints subjected to various types of loads, analytical methods have been explored, with a
view to validating their applicability. Finite element models incorporating material constitutive
laws which account for the rate sensitivity were developed and validated against experimental
data.

As a result of this deep investigation on the performance of steel joints subjected to various
loading conditions, the following conclusions were drawn:

1. The Component Method can be regarded as a reliable analytical method for the assess-
ment of steel joints behavior under quasi-static loading conditions. Generally, when used
in conjunction with the approach proposed by Japsart et al.| (2019), it is able to estimate
accurately the full non-linear response of a joint. The analytical formulae proved to be
somehow inaccurate when the equivalent T-stub model is applied to components with thin
plates, underestimating considerably the ultimate bending capacity of the joint. Further
investigation is required for the enhancement of the T-stub model applicability for compo-
nents with thin plates.

2. The FE models are able to replicate accurately the overall behaviour of steel joints un-
der quasi-static loading. A good agreement between the tests results and the numerical
predictions was achieved for all of the test specimens, the FE solutions allowing for the
assessment of the joint performance with high accuracy and relatively low computational
cost. Even complex buckling phenomena can be simulated with reasonable accuracy if the
initial imperfections are thoroughly considered.

3. In most of the cases, the effects related to the load’s dynamic nature affect substantially
the overall behaviour of a joint. The strain rate effects are most likely to develop in the
joint components which exhibit high plasticity levels when subjected to dynamic transient
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events. A very low to imperceptible strain rate sensitivity is observed for very stiff basic
components, such as the beam flange in compression.

. The graphic approach used for the estimation of maximum forces associated to the impact
seems to provide reasonable results and can be used as a reliable alternative to the impulse-
momentum theorem, when the initial stiffness of the joint and its full static behaviour are
known.

. Dynamic Increase Factors can be successfully used to quantify the effects related to high
loading rates in engineering applications. The practical advantage is the simplicity behind
the concept, as the DIF can be basically considered as an "overstrength" coefficient.

. The use of FE solutions in the study of steel members subjected to transient dynamic events
implies an accurate description of the material behaviour under such loading conditions.
The constitutive laws should incorporate the rate sensitivity of the material and the material
constants have to be properly calibrated against tests results on material with the same (or
similar) characteristics.

. When properly calibrated, the Cowper-Symonds material model allows for the assessment
of strain rate effects on the overall behaviour of steel joints. Therefore, it can be widely
used in dynamic FE simulations as a reliable material model.

. The applicability of FE models for the study of bolted connections subjected to high load-
ing rates requires further investigation on the eigendynamics and inertia properties of sim-
ulated assemblies. A general trend of overestimating the period of vibration for bolted
specimens was observed during this study, further improvements of the modelling proce-
dure are required to enhance the prediction accuracy.
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Appendices

Appendix A - Actual geometrical properties
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Figure Al: Measured geometrical parameters (Hoffmann et al., [2016)

[mm] Values bt h C tr tw
IPE180 ACtI..lal 95,18 | 179,76 | 9,50 7,81 5,29
Nominal 91 180 9 8 53
HEB140 ActL.JaI 140,91 | 137,99 | 12,25 | 12,02 6,27
Nominal | 140 140 12 12 7

Figure A2: Main actual geometrical properties of the profiles (Hoffmann et al., 2016)

mm Values hp bp e v v2 v3 v4 s1 s2 s3 s4 h1 h2 h3 h4 1 2 3 4
RJ Actual | 208,72 | 119,09 | 15,08 | 64,33 63,97 | 63,55 |63,10| 15,60 | 13,50 | 14,60 | 14,70 | 22,41 | 20,64 | 22,56 | 20,99 | 12,10/ 12,60 | 14,20 | 12,40
Nominal | 210,00 | 120,00 | 15,00 | 64,00 64,00 | 64,00 | 64,00 | 15,00|15,00|15,00|15,00| 22,00 |22,00|22,00|22,00|14,50| 14,50 | 14,50 | 14,50
EPB Actual | 204,40 | 119,68 | 8,13 |63,85|64,27 | 64,30 |63,45| 13,50 15,20 15,00 | 14,70 | 22,31 | 21,87 | 22,30 | 22,56 | 18,90 | 13,40 | 13,10 | 13,50
Nominal | 210,00 | 120,00 | 8,00 | 64,00 (64,00 | 64,00 |64,00|15,00|15,00|15,00|15,00|22,00|22,00|22,00|22,00|14,50|14,50| 14,50 | 14,50
CEB Actual | 219,65 | 120,07 | 17,95|68,13|68,30| 67,53 |68,55|21,05|20,00|11,10|11,10|21,42|21,12|21,53| 20,87 [11,30| 12,80 | 14,05 | 14,40
Nominal | 220,00 | 120,00 | 18,00 | 69,00 | 9,00 | 69,00 | 69,00 20,00 | 20,00 | 14,00 | 14,00 | 22,00 | 22,00| 22,00 | 22,00 | 14,50 | 14,50| 14,50 | 14,50

Figure A3: Main actual geometrical properties of the end-plates (Hoffmann et al.,[2016)
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Appendix B - Component method - RJ specimen

Determination of the component properties

a) Component 1 - Column web in compression

The resistance of the unstiffened column web subjected to transverse compression is deter-
mined from the following expression:

Wk b tye . Okye p b tye :
we Peff.c,we twe fy,wc but Fc,wc,RdS we P Deff.cwe twe fy,wc

6.1
Yao a1 ©-1)

Fe ve,rd =
Because the transformation parameter for a double-sided symmetrically loaded joint is f =0,
the reduction factor @ in equation 4.1|can be takes as @ = 1. In most of the cases, the maximum
longitudinal compressive Stress O, g4 due to axial force and bending moment in the column
web 18 Ocom eqd < 0.7 fy,we and the reduction factor &y, can be taken as to 1.0. The resistance in
compression of the column web is limited by local buckling through a reduction factor (p) which
accounts for potential buckling occurrence. This factor is evaluated based on the slenderness of
the column web (Zp) as follows:

1.0 if  2,<0.72
p=1 S (6.2)
(Ap— 0.2)//11, if Ap>0.72
The slenderness of the web is estimated as:
~ b, d
Ay = 0.932\/ eff.cwe ZWC Sywe (6.3)
Et;,.
where:
dye = he — 2(th +5)=138—2(12+12.25) = 89.5 mm (6.4)

The resistance to compression of the column web depends on the dispersion length (b, )
of the compression force through the end-plate and column flange. The area of the web providing
resistance to compression is given by the effective width (b, ) illustrated in Figure @

‘%c

Figure B1: Force dispersion for column web in compression
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According to Figure [4.1] the effective width of the column web in compression is yields:

beff,c,wc = tfb +2\/§ap +5(lfc—|—S) —|—sp

208.7—179.8
20871798 _ 3

=7.842V2-54+5(12+12.25)+ 15.08 + 5 2.5 (6.5

= 165.7 mm

where, s, is the length obtained by dispersion at 45° through the end-plate. In this particular
case, because the length of the end-plate bellow the flange is less than 27, 5, was considered as
one end-plate thickness - 7,=15.08 mm.

= 165.7-89.5-433.7
ﬁlp—0.932\/ 21000072 =0.822

And the reduction factor p yields:

(Ap—02) 0.822-02

= lg =08z 0.92 (6.6)
As p < 1, the plastic resistance in compression will be limited by the local buckling of the column
web. 1.0-0.92-165.7-6.27-433.7
Frptewe = 101000 =414.5 kN (6.7)
*Note:

If to consider the reduction factor p as recommended in EC3, the cwc will govern the failure of
the joint. However, as discussed in the body of this thesis, the initial imperfection considered
in Eurocode 3 are overestimated, leading to very conservative results for the resistance of this
component. Since in the physical test the cwc component did not exhibit any evidence of buckling
occurrence, it is reasonable to assume that the reduction coefficient p = 1.

Therefore, the plastic and the ultimate resistances for this component may be estimated as

follows: 1.0-1.0-165.7-6.27 -433.7
Fiptone = ———— 0o 4504 kN 6.8)
1.0-1.0-165.7-6.27 - 544
Fruowe = AN — 565 kN 6.9)

b) Component 2 - Column web in tension

The resistance of an unstiffened column web subjected to transverse tension is determined

according to eq.

w beff,t,wc twc fy,WC
Ymo

E,wqu = (610)

Once again, the reduction factor @ which accounts for the interaction with shear in the column
web panel will be taken as 1.0. For bolted connections, the effective width bz, of column
web in tension is evaluated based on the equivalent T-stub for the column flange. The effective
length I, ¢¢ of the equivalent T-stub is estimated for each bolt rows acting individually or in a
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combination with the other bolt row. Having two bolt rows on the elevation of the connection
implies the computation of /.7 for the following cases:

- Individual bolt rows 1 and 2
- Group involving bolt rows 1 and 2
The use of the equivalent T-stub model requires the estimation of several geometrical parameters

that allow to evaluate its equivalent length. Relying on Figure [B2|the geometrical parameters are
estimated as follows:

P2 e 76 6.27
=—=—-———-08r,.=————--0.8-12.25=25.1
m== > T, 5 5 mm
eobe P2 1309 76 o o oo 6.11)
2 2 2 2
emin = min(e; ep) = min(32.45; 22) = 22 mm
N
08r, m e ‘
e[|
N
| |
"—T €min
N \N
Figure B2: Geometrical parameters for the equivalent T-stub EC3 (2005)
Bolt row 1
b 4
leff,cp eff,nc ’ leff,cp N 1eff,nc
o e il H o o
(a) Individual (b) As first row of a group
Figure B3: Effective lengths for bolt row 1
- Individual effective lengths
[ =2nm=2nm-25.1 = 157.5 mm
effcp (6.12)

loffne = 4m+1.25¢ =4-25.141.25-22 = 140.82 mm

-Effective lengths as first bolt row of a group
In this case, for bolt row 1 combined with row 2, both bolt rows are considered as "end bolt rows"
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and the effective lengths for the unstiffened column flange should be taken as the minimum value
as follows:
leff.cp = min(Tm+ p; 2e1 + p) (6.13)

leff.ne = min(2m+0.625¢ +0.5p; e; +0.5p) (6.14)

However, e is large in the case of the column flange, thus the second term which includes e
will not be critical, the final values for the effective lengths being:

leff,cp =7Tm—+p= w-25.14+82 =160.74 mm

(6.15)
leffne =2m+0.625¢+0.5p =2-25.1+0.625-32.45+0.5-82 =111.41 mm
Bolt row 2
TN “' //\’/\ \ . 4 — N \ W ‘ \//
leff,cp t f 1eff,nc 7’] [/.\* 1eff,cp ‘?j N .ﬁ
Y [ ““"\ LL ‘ \ ‘\J
(a) Individual | (b) As first row of a group
Figure B4: Effective lengths for bolt row 2
- Individual effective lengths
leffep=2mm=2m-25.1 =160.74 mm (6.16)
leffnc=4m+1.25¢=4-25.1+1.25-22 = 140.82 mm .
- Effective lengths as last bolt row of a group
[ =am+p=mn-25.1+82=160.74 mm
“hher P 6.17)

leffne=2m+0.625¢+0.5p =2-25.1+0.625-32+0.5-82 = 111.41 mm

The resistance of each individual row is computed taking the effective width b, 7 . as the
minimum value between lef¢ cp and Lo ¢ 7 ne, thus begyr s e = 140.82 mm.

The plastic resistance for bolt row 1 and 2 are identical:

1.0-140.82-6.27-433.7
Flgpl,cwt = 1.0-1000 = 382.89 kN (6.18)

The effective length for the group composed of bolt rows 1 and 2 is:

beffiwe = 111414+ 111.41 = 222.82 mm

and the corresponding group plastic resistance yields:

o 1.0-222.82-6.27-433.7
Fipt.on = 1.0-1000

= 605.85 kN (6.19)
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The ultimate resistance for bolt row 1 and 2 is:
1.0-140.82-6.27-544
FL = = 480.3 kN 2
Ru,cwt 1.0-1000 80.3 (6:20)

and the corresponding group ultimate resistance yields:

FGr _ 1.0-222.82-6.27-544
Ru,cwt — 1.0- 1000

=760 kN (6.21)

¢) Component 3 - Column flange in bending

The resistance and the failure mode of an unstiffened column flange in bending are evaluated
using the equivalent T-stub model for both - individual and group bolt rows. Associated resis-
tances are calculated for three possible failure modes and the overall resistance is taken as the
minimum of the three. In the figure below, the possible failure modes of the equivalent T-stub are
illustrated. Failure mode 1 corresponds to the complete yielding of the column flange. Failure
mode 2 is associated to a combined failure of the bolts and yielding in the flange whereas the 3
mode is totally associated to the bolt fracture.

Ft,Rdl Ft,RdZ Ft,Rd3
0'52Ft,R J
< O.SZF[YRJ ’_‘0.81” 0.8r O'SZF[,RA
e l r l e e I r | e
A = X ;f_/ ‘;rg
n}m}}m‘n nm' Tmin
Q Q Q Q
(a) Failure mode 1 (b) Failure mode 2 (c) Failure mode 3

Figure BS5: Equivalent T-stub failure modes Jaspart and Weynand (2016)

EN 1993-1-8 provides the analytical formulae for the evaluation of the resistance for each of
the three failure modes as follows:
- for Mode 1 (alternative method)

(Sn - 2ewﬂupl,l,Rd

F, = 6.22
[,I,Rd 2nm_6W(m+n) ( )

- for Mode 2

2My; 2 Ra +nLF; Ra

Fora=—" " d (6.23)

- for Mode 3
Fi 3 ra = XF Ra (6.24)

where:
0.25%L,fr1 12 f 0.25%L, ¢ 2 17 f,
M1 ka = DT and Mo = et (6.25)
Ym0 Ymo

Figure B6| depicts the geometrical parameters from eq. [6.22] and [6.23] Previously estimated
parameter m will remain unchanged, while e,, and n are determined as follows:

n=min(ey,; 1.25m) = min(22; 1.25-25.1) =22 mm (6.26)
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d, 30

eW:

where, d,, is the diameter of the washer.

Y S | M"‘ N
I : [
fe———>] | A
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| n I m i m n
- L e o Bm— ]

Figure B6: Geometrical parameters for the equivalent T-stub EC3 (2005)

For mode 2 and 3, the resistance of the bolts influences the value of the overall resistance of
the T-stub. The resistance of a bolt in tension is evaluated as:

0.9fuwAs  0.9-1080- 157
M2 1.0

Fipa = — 152.6 kN (6.28)

The effective lengths I.s¢ 1 and I > correspond to the first two failure modes and are derived
from the values previously determined (see previous section):

leff.,l = min(leffvcp; leff,nc) and leff,z = leff.,nc (6.29)

The plastic resistances are determined once more for two possible cases when the bolts are
working individually or in a group.

Individual resistances of bolt rows I and 2

Mode 1 5
0.25-140.82-122-385.3
1 _ —
My rg = 01000 = 1953.3 kNmm (6.30)
(8-22—2-7.5)-1953.3
= Fokp = 339 051 75051 422)  TIO4KN ©.31)
Mode 2 5
0.25-140.82-122-385.3
M}y o1 = 01000 =1953.3 kNmm (6.32)
2-1953.34+22-2-152.6
= Fy g = ’ 5 5+1 > =225.67 kN (6.33)
Mode 3
Fl3 gy =2-152.6 =305.2 kN (6.34)
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Resistance of the group with bolt rows 1 and 2

Mode 1 ( ) )
0.25-(111.41+111.41)-122.385.3
Gr o _
M jpr = 01000 =3090.7 kNmm (6.35)
(8-22—2-7.5)3090.7
S A — = 663.6 kN 6.36
LLRpL™ 9.22.25.1 —7.5(25.14-22) (6.36)
Mode 2 ( ) )
0.25-(111.41+111.41)-122-385.3
G o _
M) R = 01000 = 3090.7 kNmm (6.37)
2.3090.7+22-4-152.6
FO, = —416.7 kN 6.38
= T12.Rpl 251+22 (6.38)
Mode 3
FS gy =4-152.6 =610.4 kN (6.39)

The ultimate resistance is assessed with the full strength of the bolts by suppressing the safety
coefficient in eq. [6.28] therefore the ultimate tensile capacity of the bolts becomes:

fusAs  1080-157
Y2 1.0

F gy = =169.56 kN (6.40)

Consequently, the ultimate resistance of ¢ fb is evaluated for two cases:

Individual resistances of bolt rows 1 and 2

Mode 1 5
0.25-140.82-12<-539.6
1 _ _
My | Ry = 10.1000 =2735.6 kNmm (6.41)
(8-22-2-7.5)-2735.6
Fl\ru= = 587.3kN 6.42
R T 570 251 7.5(25.1 + 22) (642)
Mode 2 5
0.25-140.82-12-539.6
I _ _
LR = 10.1000 =2735.6 kNmm (6.43)
2-2735.64+22-2-169.56
=Flp = —=274.76 kN 6.44
2R 251422 ©44)
Mode 3
Ft{37RM =2-69.56 =339.12 kN (6.45)
Resistance of the group with bolt rows 1 and 2
Mode 1 ( 122
0.25-(111.41+111.41)-12°-539.6
Gr _ _
My gy = 10.1000 = 4328.5 kNmm (6.46)
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G (8-22-2.7.5)43285

= FOr, — —929.3kN 6.47
LLRu T 5.22.25.1-7.5(25.1+22) ©.47)
Mode 2 ( ) 5
0.25-(111.41+111.41)-122-539.6
G _ _
M) ju = 01000 — 4328.5 KNmm (6.48)
2.4328.5+22-4-169.56
FS, — —50.97 kN 6.4
= F1.2Ru 251122 ? (6.49)
Mode 3
F% g, =4-169.56 = 678 2 kN (6.50)

d) Component 4 - End-plate in bending

Similar to a column flange in bending in a bolted connection, the resistance and the failure
mode of epb component are assessed once again by referring to the equivalent T-stub model. The
fact that the first bolt rows is adjacent to the beam’s flange in tension implies the estimation of
an additional parameter m, as depicted in Figure

Figure B7: Geometrical parameters for the equivalent T-stub

The effective lengths of the T-stub element are evaluated based on the following parameters:

e =22 mm
t 76 5.3
m=22_ g4 v2=22_22_08.3.4/2=731.96mm
2 2 2772
h 179.8 82
my= 2 =Dl 1, —08a;v2 = —-=— = ~7.8-08-5-v2=3544 mm

n = min(eyn; 1.25m) = min(22; 1.25-31.96) =22 mm

The effective lengths for bolt row 1 require the estimation of an & coefficient as this bolt row is
under the beam flange in tension; the two following parameters are needed for the estimation of
this coefficient (see Figure B8):
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Figure B8: « coefficient (EC3,2005)
Bolt row 1
leff’Cp ‘,; i % leff,nc /‘\/ :‘/ leff,cp w ’\;:‘ ]eff,nc Pt ’L\
(a) Individual (b) As first row of a group

Figure B9: Effective lengths for bolt row 1
- Individual effective lengths

leff.cp=2Tm+ p=2m-31.96 = 200.8 mm 652
leffne=0m=5-31.96=159.8 mm ‘

-Effective lengths as first bolt row of a group

leffep=nm+p=m-31.96+82 = 182.4 mm
leffne =0.5p+ oom— (2m+0.625¢) (6.53)
=0.5-824+5-31.96—(2-31.96+0.625-22) = 123.1 mm
Bolt row 2

(a) Individual (b) As first row of a group

Figure B10: Effective lengths for bolt row 2
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- Individual effective lengths

leffep=2mm+p=2m-31.96 =200.8 mm
leffne=0m=5-31.96=159.8 mm

-Effective lengths as last bolt row of a group
leffecp=nm~+p=m-31.96+82 =182.4 mm
leffne =0.5p+ oom— (2m+0.625¢)
=0.5-82+5-31.96—(2-31.9640.625-22) = 123.1 mm

(6.54)

(6.55)

The plastic and ultimate resistances are determined for two possible cases when the bolts are

working individually or in a group:

Plastic individual resistances of bolt rows 1 and 2

Mode 1 5
0.25-159.8-15.08--416.6
M = =3784.3 kN
PLILRp 1.0- 1000 mm
(8-22—12-7.5)3784.3
S F o — = 608.4 kKN
CLRPLT 5 22.31.96 —7.5(31.96 + 22)
Mode 2 5
0.25-159.8-15.08--416.6
M = = 3784.3 kN
PL2RPI 1.0- 1000 i
2-3784.3+422-2-152.6
F = =264.7 kN
= F2Rpl 31.96+22
Mode 3
Fiapp = 2-152.6 = 305.2 kN
Plastic resistance of the group with bolt rows 1 and 2
Mode 1 ( ) )
0.25-(123.1+123.1)-15.087-416.6
[ =5831.9kN
Pl 1R 1.0- 1000 i
(8-22—2-7.5)5831.9
o FLpy = —=937.6kN
LR 22.31.96—7.5(31.96 +22)
Mode 2 ( ) 5
0.25-(123.1+123.1)-15.08°-416.6
M = =5831.9 kN
PR 1.0- 1000 mm
2-5831.9422-4-152.6
= E‘,Z,Ru = + =465.1 kN

31.96 +22
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(6.56)

(6.57)

(6.58)

(6.59)

(6.60)

(6.61)

(6.62)

(6.63)

(6.64)



Mode 3
F 3 ru=4-152.6 =610.4 kN

(6.65)

The yield strength is replaced with the ultimate one in the expressions above and the ultimate

resistance of epb component is evaluated as follows:
Ultimate individual resistances of bolt rows 1 and 2

Mode 1 )
0.25-159.8-15.082-588.7
1 o _
Mpl,l,Ru— 101000 = 5347.6 kNmm
(8-22—2-7.5)5347.6
=Fl . = = 859.8 kN
LLRu ™ 5.22.31.96 —7.5(31.96 +22)
Mode 2 )
0.25-159.8-15.082-588.7
1 _ _
Mp,’z’Ru = 10-1000 = 5347.6 KNmm
2.5347.6+22-2-169.56
FL . = —336.5 kN
= F1.2.Ru 31.96+22
Mode 3

F3 gy =2-169.56 = 339.1 kN

Ultimate resistance of the group with bolt rows 1 and 2

Mode 1 ( ) 5
0.25-(123.14123.1) - 15.08% - 588.7
G _ _
My ru = 01000 = 8241.1 kNmm
(8-22—2-7.5)8241.1
— FOr — = 1325 kN
tLRu ™ 5.22.31.96 —7.5(31.96 +22)
Mode 2 ( ) s
0.25-(123.14123.1) - 15.08% - 588.7
G _ _
My re = 01000 — 8241.1 kNmm
2-8241.1422-4-169.56
= FS = — 582 kN
,2,Ru 31.96 422
Mode 3

F% g, =4-169.56 = 678 2 kN

e) Component 5 - Beam flange and web in compression

(6.66)

(6.67)

(6.68)

(6.69)

(6.70)

6.71)

(6.72)

(6.73)

(6.74)

(6.75)

The bending moment applied to the beam leads to the development of compression forces in

the proximity of the beam flange and the adjacent part of the web. Due to different lever arms,

the concentrated force F, may differ considerably when compared to the compression force F

induced by the same loading at a certain distance from the connection, as depicted in FigureB11
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Figure B11: Concentrated force F, and compression force F' (Jaspart and Weynand, 2016))

The design compression resistance of the combined beam flange and web is given by the

following expression:
Mc,Rd

h—tfb

F. fbra = (6.76)

where £ is the depth of the connected beam and M, g, is the moment resistance of the beam
cross-section.

For an IPE 180 profile, being a cross-section class 2, the plastic resistance for bending about
the principal axis of the cross-section is evaluated as:

Woify _ 169640.5-435.5

v 10.103 = 73870 kNmm (6.77)
MO U

Mc,Rpl = Mpl,Rpl =

The plastic compression resistance of the b fc¢ component yields:

. 73780
/PRPLT(179.8 = 7.8)103

The ultimate resistance yields from egs. and [6.80}
Wyifu  169640.5-545.2

=429.5kN (6.78)

M:py =My gy = = = 92488 kN 6.79
R pLRe= T0.10° mm (6.79)
The plastic compression resistance of the b fc component yields:
92488
Fe bRy = =537.7TkN (6.80)

(179.8—7.8)103

f) Component 6 - Beam web in tension

For the beam web in tension, the resistance is estimated with the following expression:

beff,l,wb Lwb fy,wb

6.81
Ymo ( )

Fi wb.ra =

The effective width b rr; s is considered to be equal to the equivalent length /. of the T-stub
evaluated for epb component. Therefore, the effective width to compute the resistance of the bolt
rows acting individually or as a group is estimated as follows:

- for bolt rows 1 and 2 acting individually

bettiwpr =min(lesr cps lepfne) = min(200.8; 159.8) = 159.8 mm
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- for bolt rows 1 and 2 acting as a group

bettrwp =min(Elerr cps Lloffne) = min(182.44-182.4;123.14123.1) = 246.2 mm

The plastic individual resistance of bolt rows 1 and 2 yields:

159.8-5.3-435.5
I —_ J—
Fnkol = o 1000 = 3688 kN (6.82)

For the bolt rows acting as a group:

246.2-5.3-435.5
Gr - .

The ultimate individual resistance of bolt rows 1 and 2 is:
] 159.8-5.3-545.2

Fowbke =70 1000 — 461-7kN (6.84)
For the bolt rows acting as a group:
246.2-5.3-545.2
Fippa = oo = TILS KN (6.85)

Assembly of the components

The assembly of the basic active components of the joint allows for to assess its bending resis-
tance, the latter being derived from from the equilibrium condition between tensile and compres-
sive forces within the joint.Thereofre, the sum of the tensile forces corresponding to each bolt
row has to be smaller than the resistance of the compressed group of components. Accordingly,
the tensile capacity of each bolt row is initially estimated as follows:

Plastic resistance

- Load which can be supported by row 1 and 2 considered individually

Column flange in bending - cfb: 225.67 kN
Column web in tension - cwt: 382.89 kN
End-plate in bending - epb: 264.7 kN
Beam web in tension - bwt: 368.8 kN

Fimin= 225.67kN

- Account for group effect between rows 1 and 2
The sum of the individual resistances of rows 1 and 2 is equal to:

F min + F2 min = 225.67+225.67 = 451.34 kKN (6.86)

Afterwards, this value should be compared to the tensile force that can be supported by bolt rows

92



1 and 2 acting as a group:

Column flange in bending - cfb: 416.67 kN
Column web in tension - cwt: 605.85 kN
End-plate in bending - epb: 465 kN
Beam web in tension - bwt: 568.3 kN

Fiiomin= 416.67kN

As the group resistance is smaller than the sum of the individual resistances, the tensile in-
dividual resistance of each row cannot be reached, thus a reduction of the forces distributed on
the elevation of the joint is required. The load which can be supported by the 2" bolt row is
estimated as follows:

Py minred = Fi42.min — Fimin = 416.67 —225.67 = 191 kN (6.87)

Thus, the sum of the maximum tensile resistances of rows 1 and 2 will take the value of their
resistance acting as a group:

Fl,min +F2,min,red = Fl+2,min =416.67 kN (6.88)

In order to ensure the equilibrium of the internal forces in the joint, this value has to be
compared to the resistances of the components in compression:

Column web in compression - cwc: 450.4 kN
Beam web and flange in compression - bfc: 429.48 kN
Felobmin = 429.48 kKN

Since the resistance of the components group in compression is higher than Fi_; y,, the
individual resistances of the bolts (reduced by the group resistance) can be reached. Therefore,
the tensile forces within the joint can be expressed as shown in Figure

|
\
‘ |
R Lk
&l = 225.67kN “
ol = — \ o FJ - 191kN
N >~ ; d
2 < S N
225.67kN Q
| - / | 2567TKNTY )/
|
i U
|
\
\
\
‘ |
(a) Initial forces (b) Reduced forces

Figure B12: Tensile force distribution within the joint
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Ultimate resistance

- Load which can be supported by row 1 and 2 considered individually

Column flange in bending - cfb: 274.76 kN
Column web in tension - cwt: 480.3 kN
End-plate in bending - epb: 336.5 kN
Beam web in tension - bwt: 461.7 kN

Fi min = 274776 KN
- Account for group effect between rows 1 and 2
The sum of the individual resistances of rows 1 and 2 is equal to:
F in + F2 min = 274.76 +274.76 = 549.52 kKN (6.89)

Afterwards, this value is compared to the tensile force that can be supported by bolt rows 1 and
2 acting as a group:

Column flange in bending - ¢fb: 500.97 kN
Column web in tension - cwt: 760.02 kN
End-plate in bending - epb: 582.02 kN
Beam web in tension - bwt: 711.51 kN

Fiyomin= 500.97kN

The load which can be supported by the 2°¢ bolt row is reduced once again as follows:

Fominred = F1+2.min — Fimin = 500.97 — 274.76 = 226.21 kN (6.90)

The resistance of row 1 and row 2acting as a group becomes:

F min T F2,min,red = FH—Z,min =500.97 kN (6.91)

In order to ensure the equilibrium of the internal forces in the joint, this value has to be
compared to the resistances of the components in compression:

Column web in compression - cwc: 565.02 kN
Beam web and flange in compression - bfc: 537.72 kN
Folobmin = 565.02 kN

Since the resistance of the components in compression is higher than the sum of the reduced
individual resistance of the bolt rows, the bolt rows resistances can be reached.
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Bending resistance

Considering the distribution of forces illustrated in Figure and the lever arms corresponding
to each bolt row, the plastic bending resistance is estimated using the following expression.

Mgy = ShyFypgp = [225.67-126.35+191-44.35] - 10> = 36.98 kNm (6.92)

Subsequently, the ultimate bending resistance of the joint yields:

Mgy, = [274.76-126.35+226.21-44.35] - 10> = 44.75 kNm (6.93)

Rotational stiffness

Initial stiffness

The initial rotational stiffness of the joint is assessed by estimating the stiffness coefficients
for the different components of the joint. The latter are determined according to the prescriptions
of EN 1993-1-8 as follows:

- Column web in compression:

0Tbepfewetwe  0.7-165.7-7.27

k
2 d. 89.5

= 8.1 mm (6.94)

- Column web in tension:
0.7beff 1. we twe B 0.7-140.8-6.27

k3,1 = k3.2 = d = 395 =55 mm (6.95)
. .
- Column flange in bending:
0.9sr 17, 0.9-111.41-123
- End-plate in bending:
0.9 s 13 0.9-123.1-15.08°
SI=RE2= T3 31.96° mm (©.97)
- Bolts in tension:
1.6A 1.6-157
kio = - = =5.6 mm (6.98)

L, 12+15+2-3+(10+13)/2

Taking into account the distribution of tensile forces on the elevation of the joint, it is easily
noticeable that both bolt rows are subjected to tension. For such a case, Eurocode 3 prescribes
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the following expression to evaluate the equivalent stiffness coefficient for the two bolt rows:

Zkefff,r hr

keg= ——— (6.99)
q Zeq

where, the effective stiffness coefficient k- for bolt row r is determined from:

kepfrr=—— (6.100)

Because all stiffness coefficients for the two bolt rows are identical, the value for k.71 and
kerr2 will be the same and more specifically:

keffi 2= — 1.86 mm (6.101)

the equivalent lever arm z,, is estimated as follows:

Zkeff"h% 2 2
’ _ 1.86-126.35°+1.86-44.35

=< = =105 6.102
“I Y kerrr by 1.86-126.35 + 1.86-44.35 i (6.102)
Therefore, the equivalent stiffness coefficient k., yields:
1.86-126. 1.86-44.
_ 86-126.35+1.86 35 3 mm 6.103)

¢ 105

The initial rotational stiffness of the joint is then computed from eq. [6.104]

EZ2  210000- 1052

L
~ k; 3 8.1

Sjini = 107 = 5107.2 kNm/rad (6.104)

Strain-hardening stiffness

The bending resistance associated to each individual component of the joint has to be com-
pared to the value of bending resistance corresponding to the "elastic contribution" boundary.

The limit value of the bending capacity is:

Mg iimis = 1.65Mpy; = 1.65-36.98 = 61.02 kNm (6.105)

The plastic bending resistance associated to all components that may contribute to the strain-
hardening stiffness is computed as listed below:
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- Column web in compression:

Mgyt e = 450.4-105.05- 107> = 47.31 kNm (6.106)

- Column web in tension.:

Mgt = [382-126.35 + (605.85 — 382) -44.35]- 107> = 58.2 kNm (6.107)

- Column flange in bending:

Mppicfp = [225.67-126.35 + (416.67 —225.67)-44.35]. 107> =36.98 KNm  (6.108)

- End-plate in bending:

MRpieph = [264.72-126.35 + (465.07 —264.72) -44.35]- 107> = 4233 kNm  (6.109)

- Bolts in tension:

Mppipe = [2-152.6-126.35+2-152.6-44.35]- 107> = 52.10 kNm (6.110)

Since the plastic bending resistance associated to each of the joint’s components, all compo-
nents will contribute to the post-plastic stiffness with their strain-hardening coefficients. There-
fore, the strain hardening stiffness is estimated as follows:

EZ?
Sjst = — 71 (6.111)

k*
It is reasonable to assume that the ratio between the strain-hardening and the elastic moduli

of steel is:
E 1

Therefore, the strain-hardening stiffness coefficient for each individual component are evalu-
ated as listed below:

- Column web in compression:

E 1
k;s,:f“kz:%-&l —=0.16 mm (6.112)
- Column web in tension:
Eg 1
k =k =—ky=—-55=0.109 6.113
s =ks2s = ks = o5 mm ( )
- Column flange in bending:
Ey 1
k4,1,st = k4,2,sl = fk4 = % -11 =0.22 mm (6.114)
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- End-plate in bending:

E, 1
ks 150 = ks o = Etks_% 11.6 = 0.233 mm (6.115)

- Bolts in tension.:

k “k = — 11 11
105t = k10 5056 0.113 mm (6.116)

Accordingly, the equivalent strain hardening stiffness coefficient k:ff 1o yields :

. 1

0.109 * 0.22 * 0.233 * 0.113

And the equivalent lever arm z;:

Zkeffr r
T 0.037-126.352 +0.037 - 44.357

N =105 6.118
e Z effrh 0.037-126.3540.037 - 44.35 mm ( )

The initial rotational stiffness of the joint is then computed from eq.

EzZ  210000-1052
Sjs=— =" 1070 = 102.14 KNmv/rad 6.119)

& 0037 016

Rotational capacity

The plastic rotational capacity @,/ can be estimated easily on the basis of Mg,, Mg ,,; and S;

from eq.

Mgpi+2/3Mgp 2/3Mgy 3698 +2/3-36.98  2/3-36.98

- = - —0.0217 rad (6.120
Sjini/7 S i 5107.2/7 51072 rad (6.120)

(ppl =
Subsequently, the ultimate rotational capacity ¢, yields:

Mgy~ Mgy 44.75-36.98

_ — —0. 121
u 5 0314 0.076 rad (6.121)
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